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EXECUTIVE SUMMARY

In the course of Integrated Systems Analysts, Inc.'s {ISA's), support for the
Corrosion-Control (CC) Program under the direction of Commander, Naval
Surface Force, U.S. Pacific Fleet (COMNAVSURFPAC), Code N4I, this interim
technical information report is provided to discuss the current status of the work
in progress for Shore Intermediate Maintenance Activity, Pugst Sound
(SIMA(PS)), with respect to Delivery Order No. 0009. The scope of this Delivery
Order included the following:

. Provide engineering support for Industriat Plant Equipment (IPE)
review for CC producticn shop at SIMA(PS) and make
recommendations for improvem ents.

® Provide engineering, technical support and training for production CC
shop facilities at SIMA(PS) in accordance with pla.s established

during the development and operation of the SIMA San Diego(SD)
Bilot CC Shop.

. Provide technical support to analyze and ovaluate the CC Training
Program developed for.the production CC Shop Program and analyze
and evaluate CC Technician certification processes.

° Provide engineering and technical support at SIMA(PS) to establish
and operate a production CC shop to ensure that the development and
operation complies with plans established during the development and
operation of the SIMA(SD) Pilot CC Shop.

. Provide continuing engineering and technical support to the SIMA(PS)
CC Shop to evaluate ship-to-shop work-package implementation, shop
production efficiencies and work complete documentation.

The SIMA(PS) CC Shop is scheduled for ber :ficial occupancy in Fiscal Year
1992 and the CC Shop design is still in the initizl stages. Many planning factors
have yet to be defined by COMNAVSURFPAC and Naval Sea Systems Command
(NAVSEA), and therefore much of the work performed is in the form of
recommendations. :

This work performed under this Delivvery Order during the period of 22
April 1987 through 30 September 1987 is summarized in the following
paragraphs.

) Industrial Plant Equipment Review - Recommendations for IPE design
have been provided based upon our experience at the established CC
shops. NAVSEA has yet to submit procurement requests specifying
the IPE to be procured, and it is recommended that ISA be involved in
the preparation and review of these IPE procurement specifications
to be prepared by NAVSEA in order to ensure that lessons learned are
incorporated. Once the IPE is designated, ISA will assist in obtaining



the operating permits. ISA will also develop an IPE P)MS and EOSS to
be implemented by COMNAVSURFPAC prior to shop operation using
the vaiidated SIMA(PH) systems as guidelines.

A preliminary listing of minor expense equipment (MEE) has also neen
developed and provided. It is recommended that the list of MEL to
be procured be reviewed by ISA prior to submission for procurement
in order to ensure suitability.

. Training Support - Since the SIMA(PS) CC Shop is scheduled for
beneficial occupancy in Fiseal Year 1992, training has not been
conducted to date. Currently, two training courses have been
developed by ISA and will be validated at SIMA(PH) in Tiscal Year
1988. These courses and materials must be provided for SIMA(PS) CC
Shop persnnnel and Ship's Force personnel as discussed herein.

' Engineering and Technical Support for CC Shop Establishment - A
preliminary list of CC Shop consumables was developed and is
provided. ISA will perform further analysis during the year prior to
CC Shop operation in order to review and revise this list based upon
refined production requirements and changes in local sources and
standard Navy stock system supplies.

Preliminary process instructions for wire-sprayed aluminum and
powder coating were developed and are also provided. ISA will
review and revise these process instructions accordingly to ensure
compliance with NAVSEA policy at the time of shop initial operation.

L Work Package Implementation and Documentation - A Ship Class
Master Job Cataiog for CC work is currently being developed and
evaluated as a method of CC Work Package definition and
implementation. CC Work Package Guides are also being developed
for ships homeported at San Diego and Pearl Harbor which define CC
work package candidate work and procedures to implement and
document CC work. ISA will prepare CC Work Package Guides for

. all ships to be homeported at Puget Sound as they are designated.

This report contains details of the SIMA(PS) current CC Shop status,
support provided to date, recommendations regarding shop implementation and
appendices presenting the documents developed.
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1.0 INTRODUCTION

The  Tommander, Naval  Surface  Foree, C.S. Paeitic [leet
COMNAVSURPPA D) has a4 ooatining program to reduce nonproductive Ship's
sepec S Fr taoor and redirecting SO b labor to reaciness traimng and to cribanced
oment system mantenance.  Shipbourd corrosion has historically been &
" ropetitive mamintenance, repetitive in the sense that the paint
Lreservatons fave  a o shomt service life which resaits in frequent

cealLlation 0l tepeoating.

-1

Tosodree ol

1.1 BACKGROUND

in 1583, a Senior Navy Steering Board pruposed that Type Commuanders anc
tmz - Shere Intermediate MMaintenance Activities (SIMAs) identify requirements
257 Jevelop the cupability o deliver a full spectrum of corrosion-control (20C)
seryv.re.. The ghiective of the SIMA CC Shops would be to:

) Reduce the excessive S/F manhours spent on corrosion prevention and
control.
) Externd the service life of shipboard components, spaces and

structures by reducing marine corrosion.

] Reduce or eliminate material, labor and schedule costs involved in
the repair or replacement due to corrosion.

The majority of SIMAs currently do not have the manning, equipment,
industrial processes or Shop organization to provide all of the CC services as
delined by Naval Sea Systems Command (NAVSEA), however, some SIMAs do
nave & limited capability to provide some CC work that meets the operational
anc technical requirements of COMNAVSURFPAC and/or NAVSEA.

Accordingly, COMNAVSURFPAC initiated a program to procure, install,
train and operate production CC Shops at the COMNAVSURFPAC SIMAs. To
date, CC Shops have been established at SIMA Pearl Harbor (PH) and SIMA San
Diego (SD), and will be established at SIMAs Long Beach (LB), San Francisco (SF)
anc Puget Sound (PS).

1.2 SCOPE OF WORK

This report shall summarize the progress and support provided and provide
recommendations. The technical support as stated within the Delivery Order
~as to include the following:

° Provide engineering support for Industrial Plant Equipment (IPE)
review for CC production Shop at SIMA(PS) and make
recommendations for improvements.

. Provide engineering, technical support and training for production CC
Shop facilities at SIMA(PS) in accordance with plans established
during the development and operation of the SIMA(SD) Pilot CC Shop.




. Provide technical support to analyze and evaluate the CC Training
Program developed for the production CC Shop program and analyze
and evaluate CC technician certification processes.

° Provide engineering and technical suppui. at SIMA(PS) to estadblish
and operate a production CC Shop to ensure that the development
and operation complies with plans established during the development
and operation of the SIMA(SD) Pilot CC Shop.

) Provide continuing engineering and technical support to the SIMA(PS)
CC Shop to evaluate ship-to-shop work-package implementation, shop
production efficiencies and work-completed documentation.

2.0 SIMA PUGET SOUND

2.1 GENERAL

Zurrently, there are five Naval facilities in the Seattle area, however, only
one is involved in surface ship repair support. This facility, Puget Sound Naval
Shipyard, does have the capability to apply wire-sprayed aluminum (WSA) and
paint, however powder coating services and-technical assistance for the other 12
NAVSEA-approved CC Systems are not available.

The new SIMA(PS) building which will house the CC Shop is being developed
under Military Construction (MCON) Project P-045 at Everett, WA. The Plan of
Action and Milestones (POA&M) for P-045 is shown in Figure 2-1 with the
beneficial occupancy presently scheduled for early Fiscal Year 1992. The
location of SIMA(PS) and P-045 is shown in Figures 2-2 and 2-3.

FISCAL YEAFR

T f
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Figure 2-1 MCON P-045 POA&M

Text continues on page 4
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2.2 MILITARY CONSTRUCTION (MCON) PROJECT P-045

The main {loor of P-045 is approximately 102,500 squure fcet. The muajor
$7ops to e enclosed within this building as shown in Figure 2-1 are:

Shipfitter Shop
Sheetmetal Shop
Welding Shop
Pipe/Boiler Shop
Outside Machine Shop
Inside Machine Shop
Pump Shop

Electrical Repair Shop
Valve/Regulator Shop
Gas Turbine Shop

Boat Repair Shop
Foundry

Rigger's Shop

Sail Loft and Canvas Shop
Corrosion Control Sh p

2.3 PUGET SOUND PORT LOADING

Currently, there are seven ships homeported in the Puget Sound area. It is
pianned to move a battle group into the area with a total port loading of 17 ships
in Fiscal Year 1990. This increase, however, may be postponed in order to
coincide with the completion of the SIMA which has a planned beneficial
occcupancy in Fiscal Year 1992.

Text continues on page




Table 3-1 SIMA(PS) CC Shop Proposed Services
r T K ,' 3
! | MLETHOD OF i
. CC SYSTEM NAVSEA-APPROVED SYSTEMS DELIVERY }
! -
: | Wire=Sprayec Aluminui: midst Sthoas Frocustior

(-

W

[

© polvarnide, silicone-alkyC paint sch

+ 2-coats Dol-P-24553 heat-iresist
aidminum paint (3 mils DET

N1t eeSprayed Alumiinam (WA T-10 mils,
- o-part sealer /Darrier-topcoal epoxy-
edule

2055875 s DFTS

Paint Coating Systems specifie:
NSTA B3

Diectrostatic-Sprayed Powder "I

.

P

Nor-Skid Deck Ceating {{lush deck
scuttles and hatches:

iaramic-Coated Fasteners

Water-Displacing, Tlesr, Corrosion-
Prevention Compounc

Anti-Seize Thread Compound
Corrosion-Resistant (CRES) 316 Fasteners
Sealing and Coating Compound
Polysulfide Sealant

Multi-Fin Connection Protection
Dielectric Barriers (Polyvinyl, Glass-
Reinforced Insulation Gaskets and

Nylon Washers)

Vapor-Phase Inhibitor

Strippable Coating

St Produgaion

Shop Procuction
“to WSA itens)

Shop Procuction |

Tz2chnical Advice

!
Material Support i
Material Support |
Material Support
Material Support
Material Suppert
Material Support
Technica: Advice
Technical Advice

and

“laterial Support

Technical Advice

Technical Advice




3.0 SIMA(PS) CC SHOP
3.1 GENERAL

Coow Shop at SIMAIPS) wili consist of wpproximately T390 square Dect
J5oameissed floor space on the northeast end of the production ares of the new
SiN Bullding being constructed under MCON Project P-045. The 20 w-design
' p yere ~udmitted for review in December 1985, ISA reviewed the UC
; noand provided comments to COMNAVSURFPAC, Our preliminary
vondicated that the CC Shop capacity should be sufficient to serve the 17
Coos owntizipated to De homeparted gt Puget Sound in addition to the shop-to-
~on worw expectes. The Shop's proposed services shall include tne capadility 1o
. svoapphication and or technical support for the NAVSEA-approvel systems
as Lt o0 Tadble 3-1

3.2 CC SHOP LAYOUT

Yeooriginal OO Shop lavoul as proposed in the 35 w-design drawings 1s
st oanoin Figure 3-1. In order to provide greater efficiency, ISA submitted the

utosnown in Figure 3-2 o TOVNAVSURFPAC., This recommended layout
ces more efficient material nancling, improved utilization of floor space
02 ta s additional blast units,

Tne mimmum power required by the recommended CC Shop IPE, as shown
;v Flgure 3-2, is wpproximately 600A at 480V, The power presently provided at
i P2, which supplies the entire north end of the building with the exception
57 tre compressors and low-bay shops, is 800A at 480V. Also, & minimum of
sonrsxomately 800 efm of compressed air is required for the recommended IPE

2%, in addition 1o miscellanecus utility air outlets required for
imtermittent usage.  Should the recommended IPE be installed, the electrical
sower sostemn and compressed air system may need to be revised.

3.3 EQUIPMENT

3.3.1 Industrial Plant Equipment (IPE)

The IPE previously recommendec for the SIMA(PS) CC Shop includes

o Dlllnwing:

Vupor Degreaser (8'x4'x4")

Abrasive Blast Booths (four total) (10'x20'x10Y
teach-in Blast Cabinets (two total)

WSA Waterwash Booth (15’ minimum)
Metallizing Systems (two total)

Paint Waterwash Booth (13" minimum)

Powder Spray Booth

Powder Curing Oven

Alr Compressor

Text continues »n page
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The Vapor Degreaser should be similar to Randull “fg. Company
Viodel VYBEN which is the model procured {or the SIMA(PH) CC Shop. This
Jegreaser must be procured with a closed cooling-water system as discussed in
References 3a and 3b in order to comply with current Naval conservation

policies.,

Aprasive Blast Booths are recommended to include air-swept floors.
Praferable dimension are 10'x20'x10' and, if feasible, the blast pots should be
located external to the building for easy truck access.

’he Reach-In Blast Cabinets should be the pressure type rather than
suction anc should be similar to CLEMCO Silverado Model 4050.

Both the WSA and Paint Waterwash Booths should be a minimum of
15 iong. Fire protection regulations specify that the booths must be equipped
with sprinklers in the spray, plenum and stack areas. The Paint Waterwash Booth
is recommended to be manufacturer's standard, however, the frontal air velocity
of the WSA Waterwash Booth must be a minimum of 200 fpm.

It is strongly recommended that the Navy install the same type of
Powder Spray Booth utilized in the SIMA(SD) Pilot Powder Coating Station
Service Test (Ref. 3¢). The booth utilized had a set of cyelicly-cleaned primary
filter cartridges and a set of final absolute filters. This dry-filter cartridge
booth with ecyelic air backflushing performed with no pollution, safety or
maintenance problems. Booths can be designed with either timed purges or
plenum-pressure signaled purges. The final absolute filters remove enough
sowder from the final exhaust air that the booth may be exhausted into the
workspace, This saves in ductwork, building heating costs and nuisance pollution
problems.

The Powder Curing Oven should be similar to that recently installed
at SIMA(PH). This oven is a special walk-in oven manufactured by the Grieve
Corporat'~~ for the U.S. Government, purchased under Contract N00600-86-C-
1517. .. iume-exhaust system is not required for powder coating, but will be
nece’ _~=; .. \he oven is to be used for degreasing porous castings.

The air compressor procured for the SIMA(PH) CC Shop is an
Ingersoll-Rand SSR EP200. This compressor or equivalent is recommended for
the SIMA/PS) CC Shop.

It is recommended that ISA be involved in the preparation and review
of the IPE procurement specifications in order to ensure the incorporation of
lessons learned from established CC shops.




3.3.2 Minor Expense Equipment (MEE)

The SIMA(SD) CC Shop MEE list is provided in Appendix A. At this
time, this equipment is recommended for SIMA(PS) with the following
2xceptions:

° A Randsburg-Gema electrostatic powder-coating system, Type
701, should be added for complex-geometry component coating.

° Item #0018, Hoist, Electric w/Trolley 1TN, 10-ft lift should be
modified to provide a minimum 18-t lift.

. Item #0007, Crane, Floor, Mobile Hydraulic should be deleted
due to infrequent requirements.

) Item #0010, Gage Pull-off, for Dry Film should be deleted.

. Item #0009, Gage, Digital Dry Film should be replaced with two
Nordson Corp. Modei DFG-E2 gages.

) Item #0011, Printer for Digital Dry Film Gage should be
deleted.

Prior to the MEE procurement for SIMA(PS), it is recommended that
ISA review the list to ensure suitability and to incorporate new instruments and
special requirements that exist at that time.

3.3.3 EPA Operating Permits

Most of the recommended IPE will require operating permits. Due to
ever-changing pollution regulations and uncertain IPE specifications, it is too
early to begin researching permit requirements at this time. It is recommended
that upon designation of the IPE, ISA assist in coordinating the application for
permits and review special exhaust requirements as stipulated by the local
pollution control organization and Department of Health.

3.3.4 IPE Planned Maintenance System (PMS)

The establishment of a CC Shop at a SIMA requires the installation of
IPE unique for the application of CC coatings. The uniqueness of this IPE to a
CC Shop presents a maintenance problem to SIMA personnel in that the
equipment is new and unfamiliar to the maintenance personnel. In order to
reduce unnecessary equipment downtime directly related to poor preventive
maintenance and improper equipment operation, a CC-Shop PMS and Equipment
Operating and Sequencing System (EOSS) are being developed for the equipment
being installed at SIMA(PH). This CC-Shop PMS and EOSS is scheduled for
validation during the SIMA(PH) start-up training scheduled for October 1987,

In that the IPE procurement has not begun for SIMA(PS), the PMS and
EOSS developed for Pearl Harbor may be directly applicable to the SIMA(PS) CC
Shop. It is recommended that a PMS and EOSS for SIMA(PS) be developed as the
IPE manufacturers are designated using the validated SIMA(PH) systems as a
baseline.




3.4 CC SHOP CONSUMABLES

A grelzrz;maz‘y list of C Shop consumables 15 given in Appaendix B, The

sresents items, such as paint, powder, wire, masxing tape, safely
: : mu equipment, abrasive grit, ete., with the National btou\ Nuniber or
ate ntml open purchase sources. The appendix also presents the necessary
Tastener requiremients for fasteners not commonly avatlable in the Navy Supply
S.stem. The fusteners are presented in sampic requisition documents (Form DD-

The gquantities listed and usage rates are based upon our study 4nd analyses
2f the projected Puget Sound port loading for Fiscal Year 1992 and on lessons
learned in the SIMA(SD) Pilot CC Shop Service Test (Ref. 3d). It is
recoTmended that ISA monitor the consumable usage of SIMA(PH) during the
next vear. SIMA{PH) has a similar port loading and IPE which should result in &
migh correlation between the consumption rates of these two CC Shops. As the
SIZTAYPS) CC Shop operation nears, it 1s recommended that ISA analyze the
correlation between SIMA{PS) and SIMA(PH), review the port deployment
schedules and availability policies, actual IPE and manning of the SIMA(PS) CC
Shop, investigate NSN consumables, local open-purchase sources and
srocurement specifications required and revise this consumable list accordingly.

3.5 CC SHOP MANNING

At this time, there is insufficient information 2vaiiable to specify the CC

S.ao; manning requirements. It is rccommended that ISA study the ship

Gepioryment schedules, availability policies, shop-to-shop work produced, the IPE

tc oe instalied and the manning requirements of CC Shops in operation with

similar conditions and provide manning recommendations to COMNAVSURFPAC

for oillet requests as soon as ships are designated to be homeported at Puget
'IF

w
<
j oy

-

3.6 TRAINING

3.6.1 CC-Shop Technician Training Course

The CC-Shop Technician Training Course Instructor Guide was
developed by ISA and reviewed by NAVSEA, as reported by Reference 3e. This
course was needed for CC Shop personnel because of their inexperience in the
aspects of marine corrosion, NAVSEA's approved CC methods and processes and
the equipment associated with the application of these CC systems. The
objective of this training program was to enable CC Shop personnel to apply the
CC coatings, to provide CC technical assistance to other SIMA Shops and tended
ships and to become certified in accordance with the standards governing the CC
system application. In addition to the Instructor Guide of the CC-Shop
Technician Training Course, COMNAVSURFPAC N4l recognized the requirement
that a Student Workbook is required. The Student Workbook will provide the
student with a place to take notes and serve as a ready reference for use after
the course is completed. This Student Workbook has been developed as reported
oy Reference 3f and has been incorporated into the CC-Shop Technician Training
Course.




The initial CC Shop personnel to receive the CC-Shop Technician
Training Course shall be the SIMA(PH) Technicians in October 1987. The
validation of the CC Shop Technician Training Course shall ocecur during this
training and all changes to the course developed during the SIMA(PH) training
shall be incorporated and published by March 1888. It is recommended that the
validated CC-Shop Technician Training Corse be conducted at SIMA(PS) prior to
ZC~Shop operation once the IPE is installed.

3.6.2 CC Shipboard Training Course

In addition, COMNAVSURFPAC N4l recognized the importance of
training S/F personnel in the use of the CC systems, repair of the CC coatings
anc proper installation of the coated equipments aboard the ship. The CC
Shipboard Training Course has been developed as reported by Reference 3f. The
validation of the CC Shipboard Training Program shall occur during the first
quarter of Fiscal Year 1988 onboard ships homeported in Pearl Harbor and San
Diego. The validated CC Shipboard Training Course shall be published by March
1988. It is recommended that the validated CC Shipboard Training Course be
provided to S/F personnel at Puget Sound prior to each ship receiving CC
services.

3.7 PROCESS INSTRUCTIONS

3.7.1 Draft SIMA(PS) WSA Process Instruction

As required by paragraph 3.3.1 of Reference 3g, a naval activity must
submit a written procedure to be utilized in the application of WSA at that
activity for approval prior to WSA application. Appendix C is the preliminary
process instruction recommended to be utilized by SIMA(PS) for WSA
application. Appendix C has been developed based upon IPE similar to SIMA(PH).
It is recommended this process instruction be reviewed and revised by ISA in
Fiscal Year 1991 for compliance with NAVSEA policy prior to submittal to
NAVSEA for approval.

3.7.2 Draft SIMA(PS) Powder-Coating Process Instruction

Although no U.S. Navy or DoD Standard currently exists for the
application of powder coatings on shipboard components, a Draft Powder-
Coating Process Instruction has been developed for the SIMA(PS) CC facility.
Appendix D is the Draft Process Instruction for powder-coating application at
SIMA(PS) developed by ISA. It is recommended this process instruction be
reviewed and revised by ISA in Fiscal Year 1991 for compliance with NAVSEA
policy prior to submittal to NAVSEA for approval.

3.8 CC WORK PACKAGE IMPLEMENTATION AND DOCUMENTATION

ISA is currently developing and analyzing the use of Ship Class Master Job
Catalogs (MJCs) for CC Work Package implementation. CC work is suitable for
a MJC in that (1) equipments are common to ships of a class; (2) most
equipments have quantities exceeding 50; (3) each equipment receives the same
recommendation regarding CC coating and installation kit.




A draft € MJC has been developed for the AO 177 Ship Class. This MJC
will be utilized oy the USS WILLAMETTE (AO 178) in January 1988, and closely
momtared by ISA. Based upon the success of the AO 177 Class MJC, MJCs will
»e recomnmended to be developed for all other ship classes, and should these
N3z come into realization, it 1s recommended that they be utilized at SIMA(PS)
or CC Wwork Package implementation.

<

—

1SA has also been assisting CC availability planning by developing CC Work
Package Guides for Pacific Fleet ships. Each Work Package Guide discusses the
oacxground of the CC program, explains the CC availability procedures, provides
instaliation Kit Technical Data Sheets, contains a detailed list of all topside
shipboard components recommended for CC services and provides a method of
documenting CC work completed. Work Package Guides have been developed for
ships serviced in SIMA(SD) and SIMA(PH). It is recommended that Work Package
Guides be developed for ships to be serviced at SIMA(PS) prior to entering into
CC availabilities for CC Work Package planning and documentation.

4.0 SUMMARY AND RECOMMENDATIONS

Based upon our study of the SIMA(PS) CC Shop reguirements, the
description of support provided and the recommendations for implementing a
full-production CC Shop at SIMA(PS) are summarized as follows.

4.1 EQUIPMENT
4.1.1 IPE

The recommended specifications for previously-recommended CC
Shop IPE are as follows.

. Vapor Degreaser - The vapor degreaser should be similar to
Randal Mfg. Company Model VI6EX and must have a closed
cooling-water system.

. Reach-In Blast Cabinets - The blast cabinets should be similar
to CLEMCO Silverado Model 4050.

. Waterwash Booths - The Paint Waterwash Booth should be
manufacturer's standard. The WSA Waterwash Booth must have
a frontal air velocity of 200 fpm. Both booths should be a
minimum of 15' long and must have fire protection sprinklers in
the spray, plenum and stack areas.

° Powder Spray Booth - The Powder Spray Booth should have a
set of cyclicly-cleaned primary filter cartridges and a set of
final absolute filters similar to that utilized during the
SIMA(SD) Pilot Powder-Coating Station Service Test.

] Powder Curing Oven - The Powder Curing Oven should be a
walk-in model similar .to that installed at SIMA(PH).




. Air Compressor - The air compressor should be similar to
Ingersoll-Rand SSR EP200.

These comments will be forwarded to NAVSEA 936 for consideration
in. the IPE specifications.

Most of the recommended IPE will require operating permits. [SA
wiil assist SIMA(PS) in obtaining the required permits once the IPE is designated.

In order to avoid unnecessary IPE downtiine due to poor equipment
maintenance, it is recommended that PVMS and EOSS be developed and validated
for SINMA(PS) utilizing the SIMA(PH) systems as guidelines. ISA will begin this
development orice the IPE is designated.

4.1.2 MEE

A preliminary list of recommended MEE is provided. This list will be
forwarded to NAVSEA 93F for consideration. It is recommended that the list of
MEE to be procured be reviewed by ISA to ensure suitability.

4.2 CC SHOP CONSUMABLES

A preliminary list of CC Shop consumables was developed and is provided.
[IEA will perform further analyses to refine this list based upon production
requirements, potential local sources and Naval Stock System supplies.

4.3 CC SHOP MANNING

At tois time, there is insufficient information available to specify the CC
Shop manning. Once the exact port loading is defined, ISA will perform further
analysis of the manning requirements of established CC Shops, projected CC
Shop production efficiencies and the port policies and schedules in order to
provide a manning recommendation to COMNAVSURFPAC for billet requests.

4.4 TRAINING

Since the CC Shop is not scheduled for operation until Fiscal Year 1992,
there has been no training provided to date for the SIMA(PS) CC Shop. There
are, however, two training courses that have ben developed: the CC-Shop
Technician Training Course and the CC Shipboard Training Course. These
courses will be validated in Fiscal Year 1988 and revised accordingly.

The validated CC-Shop Technician Training Course must be provided to the
CC Shop personnel during the period between IPE installation and CC Shop
operation in order to meet certification requirements as dictated by NAVSEA.
The validated CC Shipboard Training Course should be provided to S/F personnel
prior to a ship receiving CC services.




4.5 PROCESS INSTRUCTIONS

Preliminary process instructions {or WSA and powder coating have been
developed and are provided herein. These process instructions wiil be reviewed
and revisec by ISA in Fiscal Year 1391 for compilance with NAVSEA policies a

il time.

o
i
+

L

46 CC WORK PACKAGE IMPLEMENTATION AND DOCUMENTATION

ISA is currently developing and analyzing the use of Ship Class M.JICs for
work Package implementation. Based upon the success of the AO 177 Class
107, MJCs will be recommended to be developed for all ship classes and utilized
2t SIMTATPS).

2

TC Work Pacwage Guides have also been developed for Pacific Fleet ships
~hich orovide procedures and methods {or implementing and documenting CC
wor~.  ISA will fevelop CC Work Package Guides for all ships whieh will be
nonepuried at Puget Sound once they are designated.




[
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APPENDIX A
SIMA(SD) CC SHOP
MISCELLANEOUS EXPENSE EQUIPMENT
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APPENDIX B
PRELIMINARY SIMA(PS) CC SHOP

CONSUMABLES LIST




B.0 SIMA(PS) CC SHOP CONSUMABLES
B.1 PRELIMINARY CC SHCP CONSUMABLES LIST

Jonsumables necessary for the daily shop processes are listed in Table B-1.
This List includes masking materials, abrasive grit, paint, safety materials,
powder and door and hatech fasteners. Preliminary initial stock, monthly
consumption rate and national stock number or potential open purchase sources
are also specified.

B.2 SAMPLE REQUISITION FORMS {(DD1149) FOR FASTENERS

Large quantities of corrosion-resistant (CRES) 316 fasteners and
ceranically-coated mild-steel fasteners need to be purchased for installation
<its provided by the shop. None of these fasteners are currently available
through the Navy Supply System. In order to assist the Supply Department, the
preliminary required fastener quantities and types are provided in the form of
sample DD-1149s.

Fasteners fabricated from CRES 316 may be obtained directly from a
vendor, however, ceramic-coated fasteners may require a two-step procedure.
First, the mild-steel fasteners must be procured, and then sent to a NAVSEA-
gualified coating service firm to have the ceramic coating applied.

The DD-1149s for CRES 316 fasteners are given on pages B-8 through B-30.
S steel fasteners are covered on pages B-31 through B-42 and the required
ceramic coating on pages B-43 through B-49.
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APPENDIX C
DRAFT PROCESS INSTRUCTION:

WIRE-SPRAYED ALUMINUM (WSA) FOR CORROSION PROTECTION:
NAVSEA CC SYSTEMS 1 AND 2




TITLE:

SECTION:

ORIGINATOR:

No.:

Effective:

Cancels:

DRAFT

PROCESS INSTRUCTION
Shore Intermediate Maintenance Activity
Puget Sound

WIRE-SPRAYED ALUMINUM (WSA) FOR CORROSION
PROTECTION; NAVSEA CORROSION-CONTROL (CC) SYSTEMS 1
AND 2

I EQUIPMENT \J OPERATOR TRAINING
i MATERIAL AND CERTIFICATION
i SAFETY VI METHOD

v QUALITY CONTROL VI FEEDBACK

APPLICABLE SHIP TYPES: ALL

REASON FOR REVISION:

APPROVALS:

REVIEW:

LEAD SHOP:

DATE

ORIGINATOR:
PLANNING:

REPAIR OFFICER:

PRODUCTION:

SAFETY:

QUALITY ASSURANCE:

ENGINEERING:

ANNUALLY OR WHENEVER DCD-STD-2138(SH) IS CHANGED.

CORROSION-CONTROL SHOP 71A




SCOPE:

REFERENCES:

The scope of this process instruction covers the required equipment,
safety, quality . control, personnel training/certification and
application process (method) for applying wire-sprayed aluminum
coatings (NAVSEA Corrosion Control (CC) Systems 1 and 2, for high-
temperature or low-temperature service, respectively). This includes
the application of the required paint coatings (NAVSEA CC System
3). Procedures are in accordance with DoD-STD-2138(SH) (Ref. A) to
foliow the guideline set forth in the NAVSEA Ship Class Corrosion
Control Manuals (Ref. B).

A. DoD-STD-2138(SH), Metal-Sprayed Coating Systems for
Corrosion Protection Aboard Naval Ships, 23 November 1981,

B. NAVSEA Corrosion-Control Manuals for Ship Classes AO-177,
CG-16, DD-963, FF-1052, FFG-7, LHA-1, LPD-4, LPH-2 and
LST-1179.

C. Federal Occupational Safety and Health Administration (OSHA)
Standards and Regulations, (29 CFR 1910) Revision 11 March
1983.

D. NAVSEA S9086-VD-STM-000/CH-631, Preservation of Ships in
Service (Surface Preparation and Painting), April 1981.

E. National Fire Protection Association (NFPA) Standard 33, Spray
Application Using Flammable and Combustible Materials, 1985.

F. CC-Shop Technician Training Curriculum in the SQIP Format,
ISA(WC)-110, April 1986.

G. NAVSEA 0635-AA-JPA-010, Job Performance Aid for Metal
Sprayed Coating Systems.
H. Naval Reserve IMA-7 Training Program, Corrosion Control

Using Wire Sprayed Aluminum.

I. METCO, Type 10E Flame Spray Gun Instruction Manual.

J. MOGUL, TJ-5 Instruction Manual.




SECTION |

EQUIPMENT

1.1 EQUIPMENT LIST

The Ioilowing list gives the process sequence, generic equipment deseription and
manufacturer for the equipment associated with the WSA process for SIMA Puget
Sound.

PROCESS SEQUENCE EQUIPMENT DESCRIPTION
Precleaning Vapor Degreaser
itough-Blasting Rough-Blasting Booth

(10'x 15" x 15"

Rough-Blasting and Testing Sieve, 16-36 mesh
Anchor-Tooth Blasting

Anchor-Tooth Blasting Anchor-Tooth Blasting Booth
(10" x 10" x 20"
Anchor-Tooth Blasting Dial Micrometer
Wire-Spray Waterwash Spray Booth
8'x6'x 12"
Wwire-Spray Flame Wire-Spray Gun
Wire-Spray and Systems (gun, manifold, wire
Paint-Spray spool)
Dry Film Thickness Gages
Paint-Spray Waterwash Spray Booth
(8'x 6'x 20"
Paint-Spray Paint-Spray Guns
1-1




SECTION I

MATERIAL

2.1 ALUMINUM WIRE

Aluminum wire used for CC Systems 1 and 2 shall conform to the requirements
set fortn in MIL-W-671Z. The wire shall be coated by the manufacturer with special
lubricants to aid in wire feed and minimize nozzle wear. The lubricants must not foul
the recipient surface nor the sprayed aluminum matrix, leading to corrosion or loss of
adhesion. The wire shall be stored and hancled carefully and uncoil readily anc be free
ol bends, kinks or burrs that would prevent its passage through the spray gun.

2.2 GASEsS

Gases used for thermal spraying aluminum wire shall conform to:

GAS SPECIFICATION
Oxygen BB-~0-925
Acetylene BB-A-106

2.3 ABRASIVE BLASTING MEDIA

2.3.1 Rough Blasting

Crushed garnet abrasive blasting media with a standard 16-mesh size shall
be use? to clean painted and corroded metallic surfaces.

2.3.2 Anchor-Tooth Blasting

Aluminum oxide abrasive blasting media with a standard 16- 36-mesh size
shall be used to provide anchor-tooth surface profile of 2-3 mils, when measured with
profile tape (Testex or equivalent) during final surface preparation of the substrate.

2.3.3 Restrictions

(a)  Abrasive particles shall be clean, dry, sharp and free of rust and
excessive fines.

(b)  Abrasive particles shall not contain any feldspar or other mineral
constituents that tend to break down and remain on the surface. Abrasive particles
that have been used for cleaning contaminated surfaces shall not be used for final
surface preparation, even if the abrasive has been screened.

(c)  Abrasive blasting pots and hoses must be clean and uncontaminated.
It is acdvisable to "dedicate" blasting pots and hoses to the anchor-tooth blasting
operation.

2-1




(¢)  Prior to use, the crushed garnet and aluminum oxide grit shall pass
the following oil contamination test:

(

s

' Fill a elean 5-ounce vial or bottle half full of abrasive particles,
(2)  Fill the remainder of the vial or bottle with clean water.
(3)  Cap and shake the vial or bottle.
(4) Inspect water for oil sheen.
(3) If any oil is observed, the abrasive particles shall not be used.
This test must be repeated for each reuse of anchor-tooth blasting media.
2.4 PROCESS AIR

Air compressors utilized in the abrasive blasting and thermal spray process shall
furnish air which is free of oil and moisture. The air supply shall be adequate to
maintain & minimum pressure of 75 lbs per square inch at the blast nozzle. The air
shall conform to the requirements of BB-A-1034, with a maximum hydroycarbon content
of 0.005mg/liter. Total maximum water content shall be 0.3mg/liter at 20°F.

2.5 MASKING MATERIALS

Any masking material that provides adequate protection of the substrate through
both the abrasive blasting and thermal spraying operations without causing substrate
corrosion or contamination may be used. Acceptable masking materials include various
tapes, plastic caps or plugs, hose sections and wood or metal inserts.

The masking tapes used are:

{a, 1/2" green duct tape, NSN 8315-00-890-9872.

{p) 2" green duct tape, NSN 8315-00-074-5100.

(cj Hi-temp Al foil tape (0.007" thick, 3/4" wide x 36 yd. per roll, Stock No.
06004), T&F Division of SHR Industries, 3660 Edison, Rolling Meadows, Illinois 6008,
(312) 392-8090.

2.6 CLEANING SOLVENTS

Toluene conforming to TT-T-548 and trichloroethane conforming to O-T-620C
are approved cleaning solvents.

2-2




WARNING:

Toluene is flammable. Both toluene and trichloroethane are
toxic. Use only in well-ventilated spaces. Do not use near open
flames, blasting, thermal spraying work, or sources of sparks.
Do not allow prolonged contact with bare skin. Read and follow
precautions on container shipping labels before using contents.

2,7 PAINT

2.7.1 CC System 1, High-Temperature Service

Paint applied to items in service above 175°9F shall conform to DoD-P-
24555, "Paint, Aluminum, Heat Resisting (650°C)."

2.7.2 CC System 2, Low-Temperature Service

Paint applied to items in service below 1759F shall conform to the
following:

2.7.2.1 Sealer and Barrier Coats

MIL-P-24441, "Paint, Epoxy-Polyamide, General Specification
for, Type II", shall be utilized for sealing the wire sprayed aluminum and providing
barrier protection. The paints shall be available in primer green (Formula 150) and
haze gray (Formula 151).

2.7.2.2 Topcoats

TT-E-490, "Enamel, Silicone Alkyd Copolymer, Semigloss", shall
be usec {or haze gray topcoats.

TT-E-489, "Enamel, Alkyd", shall be used for white, red, yellow
and black topcoats.

DoD-E-699, "Deck Enamel, Formula 20", shall be used for deck
gray topcoats on horizontal surfaces.

2.7.2.3 Thinner

TT-E-781, "Ethylene Glycol Monoethyl Ether, Technical
(EGM)"; or a 50%/50% mixture of butyl alcohol (TT-B-846) and super high flash naptha
(MIL-N-15178), shall be utilized to thin the MIL-P-24441 epoxy paints.

2.8 QUALITY CONTROL

A dial micrometer is used to measure the anchor-tooth surface profile off of the
Press-O-Film tape (or equivalent) that hed been applied to the surface. The Press-O-
Film shall be extra course and may be ordered from Testex, Inc., P. O. Box 867,
Newark, Delaware 19711.
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SECTION It

SAFETY

3.1 GENERAL

The primary responsibility for safety rests with the individual, non-supervisory
persornel who have been assigned to perform the work. The individual's skill level and
knowledge of potential hazards is the first guard against unsafe conditions.

The operator's responsibility for safety is shared by his supervisor and all higher
levels of management who must ensure that the operator has had the requisite
training, is provided sufficient guidance and direction and maintains the required
proficiency. In addition, periodic monitoring of all safety requirements should be
made to assure they conform to the applicable Federal Occupationai Safety and Health
Administration (OSHA) Standards and Regulations, (29 CFR 1910) (Ref. C). Particular
attention should be paid to Sections 1910.94, 1910.95, 1910,106 and 1910.107. Detailed
safety information is given in DoD-STD-2138(SH), NAVSEA S9086-VD-STM-000,
Chapter 631 (Ref. D) and National Fire Protection Association (NFPA) Standard 33
(Ref. E).

3.2 PRECLEANING SOLUTIONS AND SOLVENTS AND THINNING SOLVENTS

When naval personnel use alkaline cleaners or solvents for precleaning, and
solvents for thinning, all applicable sections of NSTM, Chapter 631, Section 2, and the
applicable NAVOSH Manual apply. All applicable OSHA rules and regulations and
manufacturer’s safety instructions shall apply to other industrial activities. Follow all
safety precautions given on the shipping containers.

3.2.1 Respiration

Avoid inhalation of all solvent fumes by the use of proper ventilation and
charcoal filter respirators.

3.2.2 Skin and Eyes

Avoid all solvent and cleaning solution contact with skin. Wear gloves
which are impervious to the liquids as well as safety goggles.

3.3 ABRASIVE BLASTING OPERATIONS

When performing abrasive blasting, the current NAVOSH Manual and Sections
631-2.272 through 631-2.288 apply. Never point a blast nozzle at any part of any
human body.

3.3.1 Flammable Residues or Fumes

Prior to any abrasive blasting, items previously containing flammable
materials shall be purged of dangerous concentrations and certified safe by a Gas-Free
Engineer .
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3.3.2 Grounding

Blast hose shall be grounded to dissipate static charges.

3.3.3 Protective Clothing

Face shields with dust hoods or helmets with {orced-fed purified air shall
be used 1o protect the eyes, face, chin and neck from airborne particles. Safety glasse:
or goggles shall be worn by all persons near any blasting operation.

3.4 COMPRESSED GASES

3.4.1 Compressed Air

Compressed air shall be used at pressures recommendecd by the equipment
manufacturers. Compressed air shall not be used to clean clothing.

3.4.2 Compressed Oxygen and Acetylene

3.4.2.1 Daily Inspection

Inspect all gas equipment daily for leaks and loose connections.

3.4.2.2 Keep Gas Cylinders Safe

Consider all charged gas cylinders as potentially dangerous.
Alwsys secure the cylinders to keep them from toppling. When the cylinders are not in
use, shut off gas. Keep cylinders away from heat. Any cylinders that are not installed
on the manifold, must have their valve caps in place.
3.4.2.3 Ventilation

Before opening any of the gas valves, always provide adequate
ventilation of the work area.

3.5 WIRE SPRAY PROCESS

3.5.1 Manufacturer's Recommendations

Wire spray guns shall be maintained according to the manufacturer's
recommendations. At least one copy of each gun type's operating manual must be kept
on file at the Shop.

3.5.2 Ignition

Do not ignite the gun without having the wire in the nozzle. If ignited
without the wire, a flame may flashback and damage the gun and injure the operator.
Do not use matches for ignition. Use only a friction lighter, pilot light or arc igniter.




3.5.3 Personal Protection

3.5.3.1 Metallic Poisoning

Never permit metallic spray dust to enter the eyes, mouth,
cuts, scratches or open wounds. After spraying, wash hands thoroughly.

3.5.3.2 Flame-Resistant Clothing

Flame-resistant clothing shall be used and leather or rubber
gauntlets shall be worn. The clothing should be strapped tightly around ankles and
wrists to prevent metallic dust contact.

3.5.3.3 Hearing Protection

Double hearing protection shall be worn by all operators and
attendant personnel, unless otherwise specified by SIMA Safety Department after a
decibel level check.

3.5.3.4 Eye Protection

Goggles or face shields shall be worn for protection against dust
and intense light from the wire spray operation. Flame wire spraying requires the use
of light filter shades 2-4. Arc wire spraying requires shades 11-12.

3.5.3.5 Respiratory

Filter masks shall be worn by the wire spray gun operator
during spraving operations. The spray booth must be in operation prior to gun ignition.
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SECTION IV

QUALITY CONTROL

4.1 PRODUCTION QUALITY CONTROL RESPONSIBILITY

The following inspection procedures shall be followed by the Shop Quality
Control Inspector (SQCI) for all wire sprayed aluminum work accomplished by the
Corrosion Control Shop.

4.2 RECEIPT INSPECTION - A receipt inspection shall be accomplished as follows:

(a)  Conduct a visual inspection to determine if welding, structural repairs,
degalvanizing, removal of prior WSA coatings or further disassembly is required. If
repairs are required, notify shop supervisor so item can be routed to applicable shop.
If further disassembly is required, advise shop supervisor that further disassembly is
required before shop acceptance.

tb)  Inspect Ship-to-Shop Tag {Enclosure 1) attached to the item for
completeness and give Part 3 to the ship's representative.

fe}  Utilize a Production Control Record (Enclosure 2) for each lot of similar
items on the SIMA Job Order. Assign a Production Control Number from the
Production Control Work Log. Enter this number in the serial number block of the
Ship-to-Shop Tag. The Production Control Number will consist of:

5 The letter designation of the IMA.
o A sequential four-digit number beginning with 0001.

Example: For an item that was coated at SIMA, Puget Sound, a
typical production control number would be W-0001.

(d) Attach a metal tag with the Production Control Number stamped on it.
After the metal tag is attached, remove the Ship-to-Shop Tag and staple it to the
Production Control Record. Release item for precleaning.

(e} Degreasing shall be conducted according to Section 6.2.1. Visually inspect
the items to assure that they are free from oil or grease. Release item for masking.

4.3 MASKING INSPECTION - A masking inspection shall be conducted as follows:

(a) Ensuv-e that only high-temperature flame-resistant masking materials and
plugs are used.

(b)  Visually inspect items to ens.re that all areas not to be coated ("fit and
function" surfaces and openings) are either masked off or plugged. Ensure masking is
tightly adherent to the substrate and to itself when applied in multiple layers. Refer
to Section 6.3 for proper ..asking of dissimilar metal contact areas. Release items for
strip blasting.

4-1




4.4 STRIP-BLASTING INSPECTION - A strip-blast inspection will be conducted after
strip blasting as follows:

(&) Ensure that all scale, rust and paint has been removed.
{b)  Ensure that all masked areas are still intact. Remask as reqguired.

{e) Inspect {or warpage, crack., bad welds or over blast. Take corrective
action as necessary to correct any discregancies.

(d} Take random grit-mesh-size measurements prior to the first daily
production run and at the end of the daily production run. Additional measurements
may be necessary during the day to assure that the gritis 16-36 mesh in size.

4.5 ANCHOR-TOOTH-BLAST INSPECTION - An anchor-tooth-blast inspection will
be conducted after anchor-tooth blasting as follows:

{a)  Visually inspect and ensure that all masked areas are still intact. Remask
as reguirec.

{b)  Visually inspect and ensure that all areas of each component in the lot are
uniformly blasted to white metal (SSPC-3). Ensure that anchor-tooth-blasted

components are handled with clean cloth gloves and rags.

(¢t Mleasure the anchor-tooth profile at a random location on & minimum of
one randomly-selected component from the lot. Use Press-O-Film (x-coarse) and a
calioratec dial micrometer thickness gage (MITUTOYD #7326 or equivalent).

(¢, Ensure that anchor-tooth profile is 2 to 3 mils.

le) Enter the profile measurement, date and time on the Production Control
Record, anc initial the Press-O-Film Tab and attach the tab to Production Control
Record.

(f;  Sign Production Control Record in Section 4 for the Anchor-Tooth Blast
Inspection.

(g0 Ensure that the equipment operators are noting the date and time of their
process sequence completion on the Production Control Record.

(h; Release components to the wire spray work station, ensuring that coating
operation is started within four hours after anchor tooth surface preparation. If more
than 13 minutes is expected to lapse between the surface preparation and the start of
the wire spray process, the prepared anchor-tooth surface shall be protected from
moisture, contamination and fingermarks. Wrapping with clean paper will normally
provide adequate protection.
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4.6 WIRE-SPRAY INSPECTION

4.6.1 Pre-Wire-Spray Process Checks

(&) Permit wire spraying only when the temperature of the steel surface to
receive the WSA is greater than the 10°F (50C) above the dew point. Dew points shall
be taken by the WSA operators at the beginning of each shift and recorded in the CC
Shop Dew Point Log. The check should be repeated if any significant change in
weatner occurs (i.e., rain begins). The SQCI should ensure that the log is being kept
progeriy.

{57 Daily, the SQCI shall check the Bend Test Log kept by the WSA operators
anl thet day's test coupons, Lo ensure that the required precess tests were done before
starting WSA production.

4.6.2 Post-Wire-Spray Inspection

(er  Ensure that the wire-spray process was started within four hours and
completed within six hours after the anchor-tooth surface preparation.

‘5'  Visually inspect the surface, ensuring that the coating is free of blisters,
chips anc Cracks.

{2;  Calibrate the thickness gage (magnetic flux type) before the first
measurements in the morning and afternoon, and at random times during the day. The
calidration can change due to temoerature and handling.

‘2. leasure the coating thickness on each item in the lot. Thickness
rem.ents will be taken in at least five random locationg, including ereas where

's geometry changes, such as angles and flanges. Wire-spray coating
shall be:

o 10-15 mils for high-temperature service (NAVSEA CC System 1).
0 7-10 mils for low-temperature service (NAVSEA CC System 2).
Note: Components with coating thicknesses below specifications shall receive

additional WSA coats. Components with coating thicknesses above 20 mils shall be
reblasted to white metal and recoated.

‘e}  Sign Section 6, WSA Thickness Check, of the Production Control Record.
Release item to paint spraying work station.

4.7 SEALER, BARRIER AND TOPCOAT INSPECTION

An inspection of the sealer, barrier and topcoats will be conducted as follows:
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4.7.1 High-Temperature Applications (NAVSEA CC System 1)

4.7.1.1 First Coat

Ensure that no more than four hours has elapsed between the
wire-spray appiication and the application of the first coat (sealer coat) of the heat-
=S

resistant aluminum paint (DoD-P-24555). Note: If more than four hours has elapsed
since wire spraying, then it is necessary to remove and reapply the WSA.

4.7.1.2 Second Coat

Ensure that at least eicht hours has elapsed since the
apolication of the sealer coat before the second coat of paint is apphed.

4.7.2 Low-Temperature Applications (NAVSEA CC System 2)

4.7.2.1 First Coat

Ensure that no more than four hours has elapsec between the
wire-spray application and the application of the first coat (sealer coat). The first
coat is Formula 150 {green primer) thinned by 50% (volume) withi added solvent (EGM).
Note: If more than four hours has elapsed since wire spraying, then it is necessary to
remove and reapply the WSA.

4.7.2.2 Second Coat

Ensure that at least eight hours but not more than 72 hours has
elapsec nziween the application of the sealer coat and the second coat. The second
coet .o & barrier coating of full strength Formula 150 (green primer).

4.7.2.3 Third Coat

Ensure that at least eight hours but not more than 72 hours has
elapsec between the application of the third coat and the second coat. The third coat
is a barrier coating of full strength Formula 151 (gray).

4.7.2.4 Fourth Coat

Ensure that a minimum of 24 hours elapsec between the
application of the third and fourth coats. The fourth coat is a topcoat of aikyd paint
(TT-E-489 or TT-L£-490) for vertical components or Formula 20 for horizontal
components.

4.7.2.5 Fifth Coat
Ensure that a minimum of 24 hours elapsed between the

application of the fifth and fourth coats. The f{ifth coat is of the same paint
formulation as the fourth coat.
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4.8 FINAL COATING THICKNESS INSPECTION ON ALL SIMILAR ITEMS IN JOB
ORDER

fg?  Ensure that a minimum ¢f 24 hours has elapsed since the application of the
final topcoat.

{5, Visually inspect the surface of each item, ensuring
Cracns Or runis.

it is free of holicays,
Under no circumstances should any green primer be visible.

“ieasure the total coating thickness {(with a magnetic type thickness gage)
on e&crt item

in the Job Order, ensuring that the required coating thickness was
otal coating thicknesses must be:

< 12-1

[0 &)

mils for high-temperature service {NAVSEA CC System 1),

17-20 mils for low-temperature service (NAVSEA CC System 2.

If any items ¢o not meet the coating totel thickness reguirements, but previously met
tne WS A tniewness requirements, then more topcoat paint must be applied.

iet  When all items in the Job Order have the required coating thicknesses, sign
Cns i

izn -4 of the Production Control Record.

Release items to final assembly and packaging ares

4.9 FINAL ASSEMBLY INSPECTION

A
oy
A

“.n&!l assembly inspection will be conducted as follows:

3

Ensure that all masking and plugging material is removed.

'>:  Ensure that, if required, instailation kit and instructions are complete and
are attached.
‘e Ensure that item is properly protected and stowed in such & manner as to
orotect ail coated surfaces during cransport.

4.10 ABRASIVE BLAST MEDIA INSPECTION

The SQCI shall be responsible for the inspection cf all new and usec abrasive
blast mecia for both the rough blasting and anchor-tooth blasting operations. The

actual inspection may be perforined by another assigned CC Shop Technician, but daily
reports must be provided to the SQCI.

{a)  All new shipments of crushed garnet (16 mesh) and aluminum oxide {16-36

mesh) must be sampled and tested to assure that they comply with restrictions "A" and
"D" of Section 2.3.3.

(b} The crushed garnet utilized in the rough blaster shall be checked at each
cycle through the pressure pot for excessive fines by using a 36 mesh screen on the

sample. If excessive fines exist (50% by volume), than the media must be replaced.
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(¢} The aluminum oxide utilized in the anchor-tooth blaster shall be checked &t
eac’ cycle through the pressure pot for excessive fines by using a 36-mesh screen and
tested for oil contamination according to part "D" of Section 2.3.3.




SECTIOR V

OPERATOR TRAINING AND CERTIFICATION

SiM A CC Shop personncl shail be trained and certified for applying the WSA CC
Syvstems 1 anc¢ 2. Course compietion &and certification requires passing writlen
exam.onat st and applving thie WSA coating 1o test panels and test shapes in accordance
weth Don-STD-2138.

ol NAVSEA 0653-AA-1PA-010, Job Performance Aid for Metal 3prayed
Coating Systems (Ref. G);

o Naval Reserve IMA-T Training Program, Corrosion Control Using Wire-
Sprayed Aluminum (Ref. H);

Lguipment Manufacture Operator and Field/Fectory Maintenance
Instructions; and

s This Process Instruction.

5.2 CERTIFICATION OF OPERATORS

S

Sectisn 5.4 of DoD-STD-2138(SH) (Ref. A) applier; the applicable information is
ummarized delow:

o Certification Test Requirements

(Test Panels: Four 2" x 3" x 0.050" wire sprayed 7-10 mils thick.)

‘1) VYisual Examination

(a) Inspect for uniform appearance and conmplete absence of:

blisters,

cracks,

chips or loosely-adhering particle:,

oil or other internal contaminants, and
pits exposing the undercoat or substrate.

O 0 0O OO0

b. Ensure aluminum modules do not exce.d 0.045" diameter by
0.025" high.




——~
(]

;  Bend Test

o Bend sprayed panels 1800 on a 1/2" diameter rod with WSA
coating on the outer radius.

o Visually examine for no disbonding, delamination or gross
cracking of the coating due to bending. Small hairline cracks or
alligatoring of the coating in the vicinity of the bend are
permissible. Acceptable and non-acceptable bend test results
are illustrated below:

IDEAL MARGINAL
(Smooth) (Cracks)

‘3) Bond Test

0 Conduct a bond test of five 1" diameter x 1" long steel fixtures
in accordance with ASTM C633. The average bond strength
must be greater than 2000 psi, with no bond strength less than
1500 psi.




(41 Shape Test
. "T" Shape

Y2

~

. "Pipe” Shape

] The "T" and "pipe" shapes must be coated with 7-10 mils WSA
and pass the coating thickness and visual examination.




SECTION V]

METHOD

6.1 SHIP EQUIPMENT/COMPONENTS RECEIPT

Acceptance by the CC Shop of ship equipments/components for processing shail
Oe accomplisned by the Shop Petty Officer assigned to tracking the production status
of wors accomplished by the Shop and work in conjunction with the SQCI. Refer to
ection 4 for responsibilities of the SQCI during product receipt. Initiate & Production
“ontrol Record for each SIMA Job Order.

N U

c

6.1.1 Receipt Requirements

(¢} Only ship items which are noted in the SIMA Job Order shall be
acceptec.

(o) Only items which have beer properly disassembled to their smallest
remnovadie components shall be accepted.

e} Compcenents which arrive damaged will not be accepted and must be
reroutec by the ship for repair or replacement.

6.2 PRECLEANING
Prio>r to any masking, blasting or spraying, surfaces shall undergo the following:

6.2.1 Degreasing

Surfaces that have come in contact with oil or grease shall be solvent
cleaned. Solvents shall be in accordance with Section 2.6. Cleaning should be
accomplished by vapor degreasing, but may also be performed by wiping and brushing.

6.2.2 Additional Cleaning

After solvent cleaning, if surfaces still have deposits that may cause
disruotive contamination of the blasting grit, they may be cleaned with trisodium
phosphate solution, rinsed with clear, potable water and dried.

6.2.3 Preliminary Determination of Possible Heat Cleaning, Degalvanizing or
Dealuminizing Requirements

The items should be checked to determine if any additional surface
preparation will be required before abrasive rough blasting.

6.2.3.1 Heat Cleaning - Porous materials that were heavily soaked in
oils or greases require heat cleaning.
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6.2.3.2 Demetallizing - Metals that have been coated with zine or
aluminam cuaring mandfacture must de demetallized 1n s {acility with o caustie dip
tan: Leterming CDoany aluminum or zine 0ostings are present on the eomponent oy
seraning o7 pant fwith a kmife) down to darc metal. Then use a calidrated coating
thiexnssy Jage omagnelic type) to determine 17 there iz 4 layer of nonmuagnetic coating
Hee. Zin or alumindmy present. The gage should indicave nezr zers if no metal

o DA R S
N P A R LA

6.3 MASKING

6.3.1 General

2}

‘ar Refer to Section 2.3 for proper nasking material.

27 slask all areas which may be adversely alfected by abrasive blasting

‘2)  When masking around disstmilar metals, such as brass wedges or
steel components, apply tihe :nasking lape so that the WSA will be applied
nto the periphery of the dissimilar metal.

‘2)  Inspect masking for damage between the abrasive blasting and metal
spra, process and replaced if damaged.

6.3.2 Required Masking

The following surfaces shall be properly masked or plugged:

‘a)  Machined surfaces that are required to move with respect to each
other, such as threads, bearing contacts, gear teeth and slides.

{b)  Surfaces related to component alignment, proper seating and
mountings, such as flange faces, counterbores and keyways.

fe) Electrical assemblies, such as contacts, relays and insulators.
6.4 STRIP BLASTING
[tems shall be strip blasted to remove all old paint and corrosion products.

fa)  Utilize 16-mesh abrasive grit. Refer to Section 2.3.1 for strip blasting
material.

(0)  Exercise care when abrasively blasting thin gage metals to prevent product
warping or any other damage.




e) Rema:in alert for any warpage, cracks, bad welds or excessive metal
removai. Any items exhiziting this type of damage shail receive the Necessary repairs
before continuing {urther in the process. Minor repairs shall be accomplished by the
CC Shop or by the applicable Repair Shop, utilizing a "hard carc". Meajor repai;s
require contacting the SIMA Planner to obtain a Job Order Supplement for repeir work
by the appliicadble Shop.

(¢ Refer to Section 4.4 to assist the SQCI.

‘e’ After abrasive blasting, the items shall be cleaned of &l grit and dust by
using an &~ gun anc lint-free rag.

6.5 HEAT CLEANING, DEGALVANIZING OR DEALUMINIZING WHEN NECESSARY

Components requiring heat cleaning for entrapped oils in porous surfaces or

removal of previously failed metallic coatings may now be processed.

6.5.1 Heat Cleaning

(8. To remove uil and grease contamination from porous surfaces, the
Parts shaii be heated in a vented electric oven for at least four hours.

-

Only items oeing degreasec may be in U.e oven at the same time.

{(c!  Steel alloys may be heated to 600°F. Aluminum alloys, except age-

hardenes ailoys, may be heated to 300°F.

6.5.2 Demetallizing

abrasive Dbiasting, but this will more than double the manhour and material

6.5.2.1 Degalvanizing

Zinc coatings that have suffered appreciable failure must be
removec in an acid dip tank through an authorized service activity.

6.5.2.2 Dealuminizing

Aluminum coatings that have suffered appreciable failure must
be removec in a caustic dip tank through an authorized service activity.

6.6 ANCHOR-TOOTH ABRASIVE BLASTING

Anchor-tooth blasting is conducted to guarantee the presence of a surface
profile for bonding of the coating and to clean the surface of contamination left by the
rough blasting operation. Refer to Section 2.3.2 for material specification
requirements.




ta;  ltem.s shall be anchor-tooth blastec to & "white metal” finish (SSPC-SP5i.
A wrate metal finish is defined as a surface with a gray-white, uniform metallic eolor,
slightl, roughened 1o form & suitable anchor pattern for coatings. When viewed with &
v Tagnilving giess, the surface shall be free of otl, greasc, dirt mil scale, corrocion
products. paint or arn, owner foreign matter.

o Tre wh-usive blasting shall e accomplished using clean aluronum oxide
STt lo-dn mesh 1o ensure that the proper anchor tocth of 2-3 mils i3 provided. The
grchor-toott profiie 1w measured using Press-O-Film (N-coarsel and & calibrated diad
T The SQTT will be responsible for certifying that the items in the Job
o those raguirc ts. by random sampling, but the operator must be
¢

©otne profde test and monitor his‘her own work 843 well.

z CErCTUUSY D€ exercisod tu prevent demaging thin-gage iltems.  Anchor-
1o0tn Slasting shoull Se conducted ws g quick sweep of the surface, not »s 2 metal
e OvaL prolelul e

o \iler the llem has been biasted, it shall we cieaned of all grit and dust by
J45.1g &80 4.0 gun and lint-free rags.

& The cleaned iteT shall be protected from molsture, contamination anc
fingen— Wrapping with clean paper will normally provide acequate protection.
Hewlle nehor-tooth blasied items with clean cloth gloves or rags.

o Anchor-tooth blast inspectior. shall be conduc.ed as stated in paragraph
. -

b TRV

z The wire spray process must be started within four hours after the anchor-
tootn noast, or else the anchor-tooth blast will have to be repeated.

6.7 WIRE SPRAY APPLICATION

6.7.1 Wire Spray Gun Operation

Refer to the operating mantuals for the METCO 10E and/or MOGUL TJ5
flame wire spray guns for the application of aluminum. The manuals provide the
necessary gas flow rates and maintenance required.

6.7.2 Dew Point Check

Check the steel substrate's surface temperature to assure that no
condensation will form due to the relative humidity of the ambient air. If the steel
substrate temperature is not 100F (59C) above the dew point, no metal spraying shall
be conductcd.

6.7.3 Daily Sample Coupons

Prior to commencement and once during each day's or shift's production
run, a semple coupon shall be prepared by the operator.




x 2 » 0.05 inches) shall be sprayed on vne of its large faces. The WSA
¢ 7-10 mils if tne production run i3 for low-temperature applications, or

e production rur is for high-temperature applications.

(a Anchor-tooth blast a test coupon with the grit currently in use. The
\

4 3

o)
hall De at)pl 2
1 i th

e test coupon shali be visually examined and shall not contain any:
or loosely-adhering particies, oil or interna. contam.nants, or

The sprayed panel shall be bent approximately 1%0 cegrees on 172-
meto Loz Toeter rod. The coatmg shall be on the outside surface of the bend.

3t No disbonding, delamination or gross cracking of the coating shell
bending. Smail hairline cracks or alligatoring of the coating in the
trie bend are permissible. Figure 6-1 illustrates acceptable and

5.0 2end test results.

e If the coupon fails the test, then the cause of failure must be found
. anc the test repeated untii a coupon passes. This may require checking: the
ier pressures or for anv acetone in the flow meters; the drains on the air
anchor-tooth on the coupon; and the grit for breakdown or contamination.

6.7.4 Application of WSA io 3hip Components

6.7.4.1 Time Requirement

The metal spray application shall be started within four hours
ter uinnoyr-inoth surface preparation, and finished within six hours. Continue to
te tne Zate and time of the completion of each process seguence.

o.7.4.2 Application

(a) The aluminum coating shall be applied in multiple layers,
and 1n no case shall less than two crossing passes (criented at right angles to each
other) be made over every part of the surface.

(b) The sprayed metal shall overlap by 50% on each pass of

the gun t2 assure uniform coverage.

o9

{e)  The aluminum coating shall be applied to the required
thicknesses of:

o 10-15 mils for high-temperature service (NAVSEA
CC System 1),

o 7-10 mils for low-temperature service (NAVSEA CC
System 2).

he operator shall make thickness checks during the process to ensure adequate
thickness is provided. The operators should be responsible in not allowing any products
with thin coats of WSA to pass further along in the process.




Figure 6-1 Coupon Bend Test Accept/Reject Examples




(d)  The spray gun shall be held 5 t¢ 8 inches from the surfuace
being spraved. The angle of the spray stream shall be as close to 80 degrees as
possible, and never less than 45 degrees. Ultilize gun accessories, such as angle
nozzles, tc maintain proper spray angles. The operator should study the recipient item
before commencing spraying to detzrimine the best pian to follow. Loocoi masking muy
be neceszar, to prevent overspray from building up on complex shapes.

(&) Uporn completion of spraying, contact the SQCI tu cerlify
thicwness on the Production Jontrol Record.

oy Protect the freshiy costed iten from moisture, dirt snd
Zomwrs, Handcle with clean gloves and rags.

s The WSA coegring shall be sealed within [our hours of WSA
& o ]
he entrapment of mosture and corrosive salts from the murine

6.8 PAINT APPLICATION

wnen &pplying the various paints, the operators shall monitor the wet film
tnickness 1o aic in obtaining the specified dry film thickness (DFT). Using & wet film
thic<ness guge, take measurements during each coat. The wet [iim thickness will be
' ely twice as thick as the resultant DFT after drying. Refer to Section 2.7
for paint meterial specilications.

6.8.1 Application for High-Temperature Components (NAVSEA CC System 1)

Refer to Figure €-2 for an illustration of this coating system.

6.8.1.1 First Coat (Sealer Coat)

ta) The first coat (sealer coat) shall be applied within four
hours after the WSA application.

(b} The sealer paint is the heat- 2sistant aluminum paint
meeting DoD-P-24555.

(¢c)  Apply the paint to obtain a dry film thickness (DFT) ot 1.5
mils. The wet film thickness will be approximately 3 mils.

6.8.1.2 Second Coat (Topcoat)

(a)  Allow eight hours to pass before applying the second coat
of heat-resistant aluminum paint.

(b)  Apply another 1.5 mil DFT coat of paint, to obtain a total
paint DFT of 3 mils.
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Figure 6-2 NAVSEA CC System 1, WSA With Heat-Resistant Aluminum Paint
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6.8.2 Appli~#* on for Low-Temperature Components (NAVSEA CC System 2)

Tefer to Figure 6-3 Tor an thastration of this paint systerm.,
6.8.2.1 First Coat (Sealer Coal}
a The first cost fscaler cortt shall be woiood wotn, {aur
Soastor e WEA goration
Ty Cox r ot g For ! PO lrriets on T ar th e oy
; RS I & > [ Wit \Erevs . < Loanne 2 O
< - wotr s v ts Thinnung solvent shull Do ertner LGN O anothiem wpprove
;
> L‘“t' vt T of G o 075 Tl & T ow ot
N " R T
6.8.2.2 Second Coat (Barrier Coat)
oy The secont cost shall e apphied &t least eiZht nours but
M ar 72 houams after the first 2oat was appliec.
Do Utilize Tul strength Formule 150 {(green primer? as the
T Apply enouzh peint to obtain w S-mil DET (.e., requires &
N n, tToteness of gemilss
R e
oy 5L

items, suach as doors, hatehes and scutties, may have
“spray paint, Utilize a painter's 1-1.9" angle brush

B8 zTeas Ul Cannat De Cuate

T o2oat s BTUHS.

i
{
.
L
e
2
a8
&
.

6.8.2.3 Third Coat (Barrier Coat)

i (&) The third coat shall bve applied at least eight hours but not
~ore tnan L hours after the second coat was applied.

{b)  Utilize full strength Formula 151 (gray) as the third coat.
fe)  Apply enough paint to obtain a 3-mil DFT.

(d) When hard to spray angle areas are preseit, utilize &
pminter’s 1-1.5" angle brush to coat thesc areas.

6.8.2.4 Fourth Coat (Topcoat)

(a)  The fourth coat shall be applied after 8 minimum of 24
hours has elapsed since third coat was applied.

(b)  Utilize alkyd paints (TT-E-489 or TT-£-490; meeting the
coior requirements for the particular ship component for vertical surfaces; and
Formula 20 for horizontal surfaces.




Figure 6~3 NAVSEA CC System 2, WSA With Five-Coat Paint System
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(¢} Apply enough paint to obtain a 1.5-mii DFT.

6.8.2.5 Fifth Coat (Topcoat)

{a) The fifth coat shall be applied after a minimum of
hours has elapsed since the fourth coat was applied.

lt\'J

(o)  Utilize the samc paint as before (TT-E-489, TT-E-490 or
Formula 20i meeting the color requirements of the particular ship component.

(¢)  Apply enough paint to obtain & 1.5-mil DFT.
(d)  Allow final coat to dry.
6.9 FINAL COATING THICKNESS INSPECTION

The SQCI! officially performs this inspection, but the operators responsible for
WSA and paint application should be aware of the results. The operators need to be
familiar with any problem areas. Refer to Section 4.8 for inspection procedures. The
tota! eoating thicknessas must be:

o 13-18 mils for high-temperature service (NAVSEA CC System 1).

C 17-20 mils for low-temperature service (NAVSEA CC System 2).
6.10 FINAL ASSEMBLY

(e Remove all masking and plugging material.

s Prepare the required installation kit (i.e., fasteners, anti-seize, sealant and
instructions..

o Properly protect item for temporary stowage and transport to customer
ship.

fd)  The Shop Petty Officer in charge of production tracking and the SQCI shall
agree to final product release.

te) Remove and discard the metal identification tag and re-attach Ship-to-
Shop Tag.

(fi  Remove Part 2 of Ship-to-Shop Tag and notify Shop Supervisor that item is
ready for pickup.

(g) When Ship's Force picks up item, complete and attach Partc . and 3 of
Ship-to-Shop Tag to Production Control Record.




SECTION VI

FEEDBACK

In addition to the daily supervision of production and quality control, the
following "feedbacx” indications will be used to monitor and maintsin/improve the
quality ard productivity of the CC Shop:

2 Verbal and written reports from customer ships and shops.

N

g weekly analysis of the CC Shop's:

Producticn input to output;

Labor and materials consumed;

PACM activity;

QC activity and results;

Product degradation/failure reports; and
Operator training/certification.
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SHIP TO SHOP TAG

S NC116 LF BSC 9C20 (PART 1)
SmitF
JCN
N { . . l i ) l ! 1
TN SLR NO

JOB BRIEFEQUIF NOMENTLATURE

LEAD wol CATERECT

'

OLLIVERED BY

ATTACH PARY 1 AND PART 3 TO COMPLETED WORK REQUESY

AFTER PICK UP BY SHIP

READY FOR PICK UP TAG

(PART2)

Swif

JCN

Ll ap, SER NC

JOE BRIEF/EQUIP NOMENCTLATURE

LEAD w.C REP

DATE

CUSTOMER MATERIAL RECEIPY

(PART 3)

SHIP

JCN

JOB BRIES ‘EQUIP NOMENCLATURE

RICO BY

DATE

DELIVERED BY

DATL

FOR MATERIAL DELIVERED TO THE TEN

SMIFS ENCINEER SHALL RETAIN THIS TAG (PART 3) AS RECEIPY

Enclosure 1




CORROSION CONTROL SHOP
WIRE SPRAYED ALUMINUM
PRODUCTION CONTROL RECORD

LSS
Ship Hull Number
Job Controi Number (JCN} Production Control Number
ltem Description Location Deck Frame Side

FINISH COLOR.
TYPE COATING:
Heat Res. Alum. Paint

WSA(HTISYS 1

Haze Gray
WSA(LT)SYS 2
Deck Gray
Other
SECTION | PROCESSSEQUENCE | DATE | TIME SHOP QCISIGNATURE
1 Receipt, Degrease, 7
Degalvanize or Dealuminize
2 Masking
3 Rough Abrasive Blast
4 Anchor-Tooth Abrasive Blast
2-3 miis
5 Thermal Spray Attach
Operator Name Profile Tape
I Here
6 WSA Thickness Check

SYS1:10-15 mils
SYS2:7-10 mils

Seal, Barrier and Top Coat ;’///
Type/DFT Rgmt DATE | TIME //

cC 7 Heat Res. Alum. Paint/1.5 mils /
S'fs 8. | Heat Res. Alum. Paint/1.5 mils

9. | 50% Formula 150/0.5-0.76 mils %
ce 10. | Formula 150/3 mils
SYS |, | Formula151/3 mils

2 12. | Alkyd Topcoat/ 1.5 mils /
13 | Alkyd Topeoav 1.5 mils //%/,

14. Final Coating Thickness on all
similar iterns in Work Order

SYS1:13-18 mils

Nrow o L

g - ~v”- W
15 Final Assembiy and Packaging T E// ////////// ////// //;;;/////,/4/.{.

Enclosure 2
7-3
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SCOPE:

REFERENCES:

\
A

O

M

The scope of this process instruction covers the reguired equipment,
method or industrial process, safety and quality control required for
applying the NAVSLA Corrosion-Control {CC; System 4 (Powder
Coatings, Electrostatically Applied) (Ref. A) to ferrous and
aluminum-alloy substrates in accordance with the powder
manufacturer's recommendations.

NAVSEA Corrosion-Control Manual for AO-177, DD-863, FF-1852,
FFG-7, CG-16, LHA-1, LST-1179, LPY-2 and L.PD-4 Class.

NORDSON, Manufacturer of Electrostatic Powder Coating
Equipment, Finishing Equipment Division, D-1 and D-!A Powder
Spray Systems.

RANDSBURG-GEMA Electrostatic Powder Coating System, Type 701
and 702.

BAYCO Industries of Ca., Custom Curing Ovens.
American Society for Testing and Materials (ASTM) D-4060, Standard

Test Method for Abrasion Resistance of Organic Coatings by the
Taber Abraser.

ASTM-D-3359, Standard Methods for Measuring Adhesion by Tape
Test.

ASTM-D-870, Standard Method of Water Immersion Test of Organic
Coatings on Steel.

NAVSEA S9086-VD-STM-000/CH-631, Preservation of Ships in
Service (Surface Preperation and Painting), 15 Apr 81.

ASTM D-3363, Standard Test Method for Film Hardness by Pencil
Test.

ASTM-D-2794, Standard Test Method for Resistance of Organic
Coatings to the Effects of Rapid Deformation (Impact).

ASTM-B-117, Standard Method of Salt Spray (Fog) Testing.

Federal Occupational Safety and Health Administration (OSHA)
Standards and Regulations, (29 CFR 1910) Rev. 11 March 1983.

National Fire Protection Association (NFPA) Standard 33, Spray
Application Using Flammable and Combustible Materials, 1985.

NFPA Standard 70, National Electrical Code, 1984.

CC-Shop Technician Training Curriculum, in the SQIP Format,
ISAZWC§-110, April 1986.




SECTION |

EQUIPMENT

1.1 GENERAL

The eguipments specified in this Process Instruction are typical for application
of powder coating systeius electrostatlically applied in an industrial aectivity. The
equipments consists of an electrostatic spray gun, power supply, resin hoppers, {Refs.
B and C); dry filter spray booth, resin recovery system (optional), conveyor system
(optionall curing oven, (Ref. D); grit-blast booth, grit-blast nozzle and hoses, pressure
pots, grit-recovery system (optional), air-purification system, air-dryer system and
quality control and safety equipment. A typical equipment layout and production flow
diagram is presented in Figure 1-1. A general list of equipment is given in Table 1-1.
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ROUGH BLASTING
POWDER I PREHEAT/CURING BOOTH

SPRAY OVEN
BOOTH

I

v

ANCHOR-TOOQTH
BLASTING
BOOTH

L T T e s o e D

Figure 1-1 Powder Coating Station, Idealized Equipment Layout




Table 1-1 General List of Equipment

SURFACE PREPARATION EQUIPMENT

Degreaser, Vapor

Degreaser, Immersion (optional)

Rough Blaster (booth, pressure pots, cyclone, hoses and nozzles)
Anchor-Tooth Blaster (booth, pressure pots, cyclone, hoses and nozzles)
Dial Micrometer (for surface profile tape)

Testing Sieves (30, 60 and 80 mesh)

COATING EQUIPMENT

Electrostatic Spray Powder System (gun, hoppers and controls)
Spray Booth, dry filter

Preheating/Curing Oven

Curing Racks/Carts on Monorail

Suspension Hooks

QU.auili CONTRUL EQUIPMENT

Coating Thickness Gage, magnetic flux type
Coating Thickness Gage, eddy current type
Impact Test Meter, Gardner type (optional)

MISCELLANEOUS EQUIPMENT

Work Tables

Razor Blades and Disposable Knives
Heat-Resistant Gloves and Sleeves
Dust Filter Masks

Leg Stats




SECTION I

MATERIAL

2.1 RESIN

2.1.1 Powdered Epoxy

The powdered epoxy shall consist of & finely divided powder that shall
require no dlending, mixing or addition of other compounds to effect a cure. The resin
shall be thermosetting (oven cured) when applied in film thicknesses from 8 to 12 mils
within one to two coats. The cure temperatures and oven time will depend on the
component or item weight. Cure temperatures and cure time will also be effectec by
oreheating of the component.

2.1.1.1 Abrasion Resistance
The cured powder coating weight loss shall be less than 60mg
per 1000 cycles, when tested in accordance with ASTM-D-4060 (Ref. E) using a Taber
abraser with CS-10 wheels and a 1.0 kg load.

2.1.1.2 Adhesion

The cured coating must pass without any lifting of the coating,
when tested in accordance with ASTM-D-3359, Method A (Ref. F).

2.1.1.3 Chemical Resistance

The chemical resistance of powder coatings to 24-hour
immersion in salt water and fuel oil shall be tested in accordance with ASTM-D-870
(Ref. G), with no resultant blistering, disbonding or softening.

2.1.1.4 Color and Gloss

The color and gloss of the curing coating must be in accordance
with that specified for the particular component in NAVSEA S9086-VD-STM-000,
Chapter 631 (Ref. H). The color must match the following:

Haze Gray FED-STD-595-26270 (40-50% gloss)
Red FED-STD-595-21105 (40-60% gloss)
Yellow FED-STD-595-23538 (40-60% gloss)
Black FED-STD-595-27038 (40-60% gloss)
Flat Black FED-STD-595-37038 (0-10% gloss)

White FED-STD-595-27875 (40-60% gloss)
White FED-STD-595-27886 (40-60% gloss)




2.1.1.5 Hardness

The cured coating shall have a pencil hardness of 211 or greater
when Zetermined in accordance with ASTM-D-3363 (Ref. D).

2.1.1.6 Impact Strength
The cured coating, at an average thickness of s-mils, shail be

capable of withstanding a mechanical shock load of not less than 100 in’lb, on direct
impact, ~hen tested in accordance with ASTM-D-2794 (Ref. J).

2.1.1.7 Overbake Stability

The powder coating shall be able to sustain a 100% overbake
without yellowing or any reduction in performance properties.

2.1.1.8 Salt Spray Resistance

The cured coating applied to ASTM-A-370 copper-free hot-
rolled carbon steel and given 1000 hours minimum exposure in the salt-spray booth shall
have less than 1/4 in creepage from scribe when tested in accordance with ASTM-D-
2794 (Ref. K).

2.1.1.9 Shelf Life
The shelf life of the uncured resin shall not be less than one-
year {rom the date of manufacture when stored in original unopened containers below
80OF and 50% + 10% relative humidity. Note: Storage requires environmental control.
2.2 ABRASIVE BLASTING MEDIA
2.2.1 Rough Blasting for Cleaning

Crushed garnet abrasive blasting media with a mesh size from 30 to 60
shall be used to clean painted, rusted/oxidized metallic surface.

2.2.2 Anchor-Tooth Blasting

Aluminum oxide abrasive blasting media with a 80 mesh size shall be used
to provide the anchor tooth of 1 to 2 mils maximum measured with profile tape
{Testex, Inc. or equivalent) during final surface preparation of the substrate.

2.2.3 Restrictions

(A) Abrasive particles shall be clean, dry, sharp and free of rust and
excessive fines.

(B) Abrasive particles shall not contain any feldspar or other mineral
constituents that tend to break down and remain on the surface. Abrasive particles
that have been used for cleaning contaminated surfaces shall not be used for final
surface preparation, even if the abrasive has been rescreened.




i Adrasive blasting pots and hoses must be clean and uncontaminated,
It is advisadle to "dedicate" blasting pots and hoses to the anchor-tooth blasting
operation,

fo Pricr to use, the crushed garnet and aluminum oxide grit shall pass
the foliowing »il contamination test:

1 Fiil a clean 5-ounce vial or bottle half full of abrasive partiejes.
(11)  Fill the remainder of the vial or bottle with clean water,
(iit)  Cap and shake the vial or bottle.
(iv) Inspect water for oil sheen.
(vi If any oil is chserved, the abrasive particles shall not be usec.
This test must be repeated for each reuse of anchor~tooth blasting media.
2.3 PROCESS AIR

The air equipment used in the abrasive blasting process and the powder coating
process shall furnish air which is free of oil and moisture (maximum of 5 mg/m3 of
hyecrocarbons) and maximum of 359F dew point at the maximum flow rate (CFM) and
maximum pressure (Ib/ft2). The air su%ply shall be adequate to meintain &8 minimum
pressure of 73 Ibs. per square inch (lb/in¢) at the blast generator.

2.4 MASKING MATERIALS

Any masking material that provides adequate protection of the substrate through
Soth the abrasive blasting and curing operations without causing substrate corrosion or
contamination may be used. Acceptable masking materials include various high
temperature tapes, plastic caps or plugs, hose sections or metal inserts.

The masking tapes used are:

{A) 1/2" Green Duct Tape, NSN 8315-00-890-987Z.

(B) 2" Green Duct Tape, NSN 8315-00-074-5100.

(C) Hi-Temp Fnil Tape (0.007" thick, 3/4" wide x 36 yd per roll, Stock No.
06004). TX&F Division of SHR Industries, 3660 Edison Place, Rolling Meadows, IL 6008,
or an equivalent tape able to withstand temperatures up to 450°F.

: 2.5 CLEANING MATERIALS

2.5.1 Solvents

Ethy! Alcohol (denatured) conforming to 0-E-760, toluene conforming to
TT-T-548, and trichloroethane conforming to 0-T-620C are approved cleaning solvents.




WARNING:

Toluene and ethyl alcohol are flammable. Ethanol, toluene and
trichloroethane are toxic. Use only in well-ventilated spaces.
DO NOT use near open flames, blasting, thermal spraying work
or sources of sparks. DO NOT allow prolonged contact with
bare skin. Read and follow precautions on container shipping
labels before using contents.

2.5.2 Alkaline

The alkaline cleaning agent is made up of three chemicals: tribasic sodium
phospnate dedocahydrate; pentahydrate sodium metasilicate, technical zrade; anc
detergzent, nonionic, Type I, water soluble (MIL-D-016791, Type I). The solution shall
2onsist of 3 15s. sodium phosphate tribasic, 3 1bs sodium metasilicate and 3 pts. water
soluble nonionic Jetergent (MIL-D-016791, Type I) in 50 gallons of fresh water. Refer
to NSTM Chp. 531, Section 2 for health anc safety requirements (Ref. K). In 0.IN
concentrations, these materials are extremely caustic and can be harmful to skin, eyes
and any body contact. USE CAUTION! Read and follow precautions on container
shipping ladels before using contents.

2.6 QUALITY CONTROL

A Zial micrometer is used to measure the anchor-tooth surface profile off of the
Press-O-Fiim tape {or equivalent) that had been applied to the surface. The Press-O-
Film sheil 2e extra coarse and may be grdered from Testex, Inc., P. O. Box 867,
Newdarn, Jelaware 19711,




SECTION M

SAFETY

3.1 GENERAL

5
)¢

> orimary responsidility for safety rests with the individual, non-supervisur,
sersonne. w0 have Deen assigned to perforin the work., The individual's skill level and
FNTw oo lZe o potential hazards is the first guard against unsafe conditions.

The operator's responsidility for safety is shared by his supervisor and all higher
ievels ol management who must ensure that the operator has had the requisite

training, & orovided sufficient guidance and direction and maintains the required
Jrotizienc..  In addition, periodic monitoring of ali safety requirements should be
made 13 :33ure they conform to the applicable Federal Occupational Safety and Health
Administratisn 'OSHA) Standards and Regulations, (29 CFR 1910) (Ref. L), Particular

tion shio4icd De paid to sections 1910.94, 1910.106 and 1510.107. Detailec safety
fyrmetion is Ziven in National Fire Protection Association (NFPA) Standards 33 anc
J 7 Refs. Manc N

3.2 PRECLEANING

w-en Jsing solvents or alkaline cleaners, all applicable sections of NSTM, Ch.
531 Sect.or 2 and the applicable NAVOSH Manual apply wher performed by Naval
versonnei.  All applicable OSHA rules and regulations shall apply to other industrial
seuvitiss and manufacturer's safety instructions. Avoid inhalation of sclvent fumes
anc contact with skin as much as possible.

3.3 ABRASIVE BLASTING
whren performing abrasive blasting, the current NAVOSH Manual and Sections
531-2.272 inrough 631-2.288 of NSTM Ch. 631 apply for SIMA(SD) personnel. All

appiicadie OSHA rules and regulations apply to other industrial activities,

3.3.1 Flammable Residues or Fumes

[ the items previously contained flammable materials, (t shall se purged of
angersus concentr~tions and must be certified safe by a Gas-Free Engineer prior to
£r; 3adras;ve nlasting.

3.3.2 Groumding
Biast hose shall be grounded to dissipate static charges.

3.3.3 Protective Clothing

Face shields with dust hoods or helmets with forced-fed purifiec u:r shall
ne Jsec to protect the eyes, face, chin and neck from airborne particles. Safely
zinsses or goggles shall e worn by all persons near any blasting operation.




3.4 ELECTROSTATIC SPRAY POWDER

3.4.1 Spray Booth

Powder-in-awr concentration of greater than 0.05-0.07 oz per cubic fuot
40 2= guited oy not {lame or strong electrical discharg Proper application
25Ulp ment shall e used to Keep powder-in-air concentrations .)elow 0.01 oz 115 Spray
200ths are deripned {or single gun or multi-gun operation. The use ol more guns than

as spec.lied for tre booth w111 create & dangerous powder-in-air concentration anc so
743t never be done. The spray equipment shall be interlocked with the booth blower
¢ thalno powder may be sprayed when the ventilation is shut off. The work floor 3f
hz c2atuing area must be electrically conductive. All metal objects within 15 ft. of
spray zun must be grounded. DO NOT spray near any source of ignition.

3.4.2 Component Suspension Devices

Hangers shall be clean to assure good electrical ground of component and
1§ a\ﬂd static electrical discharge. The component shall be well—grounded (0-300
>hms  when the electrostatic voltage 1s maintained at 50-100 K

3.4.3 Personnel Precautions

3.4.3.1 Respiration - Personnel operating the spray equipment shall
~eor ~espiration .nasks approved by NIOSH. These powders are classified as "nuisance
dust” and are not toxic.

3.4.3.2 Skin Contamination - Personnel should mi~imize contact with
the powdered resin to avoid possible irritation or allergenic reaction. Long sleeve
work clotning and cotton paint hoods should be worn. If powder gets on skin, it should
De removed with soap and water. Safety glasses or goggles are recommended but not
reguire

3.4.3.3 Electrical - Personnel in the spray area must wear electrically
concuetive shoes (e.g., leather soles), or leg stats so that there is less than 350
megonTs resistance between themself and earth ground. The operator should hold
spray gun in bare hand. If gloves are worn, the palm should be cut out to assure skin-
to-metal contact.

3.4.3.4 Heat - The sprayed component is heat cured to complete
coating polymerization. The oven temperatures used are from 325 to 450°F.
Personnel handling these components after the cure cycle shall wesar heat-resistant
gioves and use extreme care to avoid contact with exposed skin areas.

3.4.4 Powder Resin

The Material Safety Data Sheet, Form OSHA-20 or equivalent, must be
xept on file for each powder product in Shop files and SIMA Safety Office.




SECTION IV

QUALITY CONTROL

4.1 PRODUCTICN QUALITY CONTROL RESPONSIBILITY

The faollowing inspection procedures shall be followed by the Shop Quality
Contrl Inspector for all powder coating work accomplished by the Corrosion Control
Shop.

4.2 RECEIPT INSPECTION - A receipt inspection shall be accomplishec as {ollows:

“A;  Conduct a visual inspection to determine if welding, structural repairs,
removal of prior coatings or further disassembly is required. If repairs are required,
notify shop supervisor 50 itein can be routed to applicable shop. If further disassembly
is required, advise shop supervisor that further disassembly is required before shop
acceptance.

‘Bi Inspect Ship-to-Shop Tag (Enciosure 1), attached to the item for
coempieteness and give Part 3 to the ship's representative.

*Z; Utilize a Production Control Record (Enclosure 2) for each lot of similar
items on the SIMA Job Order. Assign a Production Control Number from the
Production Control Work Log. Enter this number in the serial number block of the
Ship-to-Shop Tag. The Production Control Number will consist of:

The letter designation of the IMA.

O

2 A sequential four-digit number beginning with 0001.

Example: For an item that was coated at SIMA, Puget Sound, a
typical production control number would be W-0001.

(D) Attach & metal dog tag with the Production Control Number stamped on it.
After the metal tag is attached, remove the Ship-to-Shop Tag and staple it to the
Production Control Record.

{E; Release item for precleaning. Free from oil, grease and other
contamination. Visual inspection,

4.3 MASKING INSPECTION - A masking inspection shall be conducted as follows:

(A) Ensure that only masking materials and plugs designed to withstand up to
4509F temperature exposure are used for oven operations. The standard green duct
tape is sometimes preferred for blasting operations and may be thus used, but it should
be replaced with heat-resistant aluminum or fiberglass tape prior to placement ol the
component into the oven.




(8)  Visually inspect items to ensure that all areas not to be coated ("fit ana
function” surfaces and openings) are either masked off or plugged. Ensure masking 1s

o0 -

tizhtly adherent to the substrate and to itself when applied in multiple layers.

4.4 STRIP-BLASTING INSPECTION - A strip-blasting inspection will be conducted
after strip blasting as follows:

A} Ensure that all scale, rust and paint has been removed.
(Bt Ensure that all masked areas are still intact. Remask as required.

i) Inspect for warpage, cracks, bad welds or over blast. Take corrective
action as necessary to correct any discrepancies.

(DY Random grit-mesh-size measurements shall be taken prior to the first daily
oroduction run and at the end of the daily production run.

4.9 ANCHOR-TOOTH-BLAST INSPECTION - An anchor-tooth-blast inspection wiil
be concducted after anchor-tooth blasting as {ollows:

{A)  Visually inspect and ensure that all masked areas are still intact. Remask
as required.

‘B}  Visually inspect and ensure that all areas at each component in the lot are
uniformly blasted to white metal (SSPC-5).

fC) Measure the anchor-tooth profile at a random location on at least one
randomly-selected component from the lot, minimum. Use Press-O-Film (x-coarse)
and caliorated dial micrometer thickness gage (MITUTOYD #7326 or equivalent).

(D) Ensure that anchor-tooth profile is 1 to 2 mils.

‘T; Enter measurement, date and initial the Press-O-Film Tab and attach the
tab to Production Control Record.

‘F)  Sign Production Control Record in Section 4 for the Anchor-Tooth Blast
Inspection.

3)  Release to powder coat ensuring that coating operation is started within
four hours after anchor tooth surface preparation. If more than 15 minutes is
expected to lapse between the surface preparation and the start of the coating
process, the prepared anchor-tooth surface shall be protected from moisture,
contamination and fingermarks. Wrapping with clecan paper will normally provide
adequate protection.

‘H) Ensure that the equipment operators are noting the date and time of their
process sequence completion on the Production Control Record.




4.6 POWDER COAT INSPECTION - A\ post powder coating inspection will be
conducted as {ollows:

A Ensure that the powder application was started within four hours after the
anchor-t2oth surfuce preparation.

(B: Visually inspect all components processed with a 10X power magnifying
giass. The coating shail oe uniform, have no blisters, pinholes, cracks or chips.

{C}  Tne coating's cure shall be checked by lightly tapping the coating with a
metal object, such as a putty knife or screw driver. A properly cured coating will be
resilient to the metal odbject. If the coating is brittle and breaks at the point of
contact, the coating fails and must be completely removed and reprocessed. Over-
cured coatings are typically dull and brittle. If the coating is soft and permanently
indented, the object shall be placed in the oven at the curing temperature for another
five minutas and again inspected afterwards.

{D) Calibrate thickness gages for ferrous substrates and aluminum substrates
at first measurement in the morning and the afternoon. A magnetic flux measurement
device is used for non-conductive coatings over mild steel. An eddy-current
measurement device is used on non-conductive coatings over aluminum.

(E)  Measure each item ensuring that the required coating thickness was
attained, 8 to 12 mils. Thickness measurements will be taken in at least five random
locations per item. If the coating thickness is unacceptable, the item shall be returned
for reprocessing. (Refer to Section 6.10)

{F)  Sign Production Control Record in Section 10 Cured Coating Thickness.
Record the high and low thickness measurements taken, the date and time.

(G) Release to final assembly area.

4.7 FINAL ASSEMBLY INSPECTION - A final assembly inspection will be conducted
as follows:

(A) Ensure that all masking and plugging material is removed.

(B) Ensure that, if required, installation kit and instructions are complete and
are attached.

{C) Ensure that items are properly protected and stowed in such a manner as to
protect all coated surfaces for the transport from the CC Shop to installation on the
customer ship. Make certain that the items are properly stacked/placed on the truck
used.

4.8 ABRASIVE BLAST MEDIA INSPECTION
The SQCI shall be responsible for the inspection of all new and used abrasive
blast media for both the rough blasting and anchor-tooth blasting operations. The

actual inspection may be performed by another assigned CC Shop Technician, but daily
reports must be provided to the SQCI.

13




'A) All new shipments of crushed garnet (30-60 mesh) and aluminum oxide 130
sampied and tested to assure that they comply with restrictions "A™ and

mesn; must be
"7 ol Sectian 2.2.3.

ne crushed garnet utilized in the rough blaster shall be checked at each
h the pressure pot for excessive fines by using a 60 mesh screen on the

8}
xcessive fines exist than the media must be replaced.
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;  The aluminum oxide utilized in the anchor-tooth blaster shall be checked at
each cycle through the pressure pot for excessive fines by using an 80 mesh screen and
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t
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tested {or oil contamination according to part "D" of Section 2.2.3.
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SECTION V

OPERATOR TRAINING

5.1 TRAINING

SIZIA CC Shop personnel shall be trained for applying the NAVSEA CC System 4
oy completing the 3-day "CC Shop Electrostatic Spray Powder: Equipment and
Application Process Course" (Ref. O). The course covers the theory and practical
aspects of powder coating systems; the production process of the powder coating
system (receipt inspection/item identification, surface preparation, masking, anchor-
tooth blasting, powder spraying and curing; quality control; record keeping; DoD-STD-
XXXX; this SIMA Process Instruction; and CC Shop operations {work stations and
product flow, productivity and standard times, QC, consumables and supply support.)
Approximately 1/3 of the time will be classroom training; 2/3 hands-on shop training in
the SIMA CC Shop.

The major traini..g source documents are:
o) NAVSEA Ship Class Corrosion-Control Manuals (Ref. A).

o) DoD-STD-XXXX, Powder Coating Systems for Corrosion Protection
Aboard Naval Ships.

o) NAVSEA S9086-VD-STM-000/CH-631 (Ref. H).

o) NFPA Standard 33, Spray Application Using Flammable and Combustible
Materials (Ref. M).

o) Equipment Manufacture Operator and Field/Factory Maintenance
Instructions.
o) This Process Instruction.
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SECTION VI

METHOD

6.1 SHIP EQUIPMENT/COMPONENTS RECEIPT

Acceptance by the CC Shop of ship equipments/components for processing shall
Oe sccomplished by the Shop Petty Officer assigned to tracking the production status
of work accomplished by the Shop. Refer to Section 4 for responsibilities of the SQCI
during product receipt. A Production Control Record is initiated for each SILIA Job
Order. The operators must note the time and date of completion of each sequence.

6.1.1 Receipt Requirements

{A} Only ship items which are noted in the SIMA Job Order shall be
accepted.

{B) Only items which have been properly disassembled to their smallest
easily removed components shall be accepted.

(C) Components which arrive noticeably damaged cannot be accepted and
must be rerouted by the ship for repair or replacement.

6.2 PRECLEANING
Prior to any masking, blasting or spraying, surfaces shall undergo the following:

6.2.1 Degreasing

Surfaces that have come in contact with oil or grease shall be solvent
cleaned. Solvents shall be in accordance with Section 2.5. Cleaning should be
accomplished by vapor degreasing, but may also be performed by wiping and brushing.

6.2.2 Additional Cleaning

After solvent cleaning, if surfaces still have deposits that may cause
disruptive contamination of the blasting grit, then they may be cleaned with trisodium
phosphate solution, rinsed with clear, potable water and dried.

6.3 MASKING

Refer to paragraph 2.4 for masking material.

(A) All threaded areas must be masked. Only high-temperature tape and plugs
designed to withstand up to 450°F shall be used. Any green duct tape utilized for the

abrasive blasting operations shall be replaced with high-temperature aluminum foil or
nylon tape.
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{B)  As little masking as possible should be used on items to be powder coated
so that as much of the item's surface as possible will be protected by the powder coat.

(C) Inspection if item, reference paragraph 4.3.
6.4 STRIP BLASTING

Refer to paragraph 2.2.1 for strip blasting material. Items shall be strip blasted
to remove all old paint and corrosion products.

{A) Care must be exercised where stripping thin gage metals to prevent
product warping or any other damage.

(B}  CZrit sizes of 30-60 mesh siiall be used to prevent too large of a surface
profile from being made on the surface.

(C) Strip blasting inspection shall be conducted as stated in paragraph 4.4.
6.5 HEAT CLEANING (DEGREASING)

Components with porous surfaces that have entrapped oils or greases shall be
heat cleaned in a vented electric oven for four hours at 400°C. Only items being
degreased may be in the oven at the same time.

6.6 ANCHOR-TOOTH BLASTING

Anchor-tooth blasting is conducted to guarantee the presence of a surface
profile for mechanical bonding by the coating and to clean the surface of
contamination left by the strip blasting operation. Refer to paragraph 2.2.2 for
material requirement specifications.

(A} Items shall be anchor-tooth blasted to a white metal finish (SSPC-SP5)
using clean grit (80 mesh) to ensure that the proper anchor tooth of 1 to 2 mils is
provided and that any contamination left from the strip blasting grit is removed. The
anchor-tooth profile is measured using Press-O-Film (X-coarse) and calibrated dial
micrometer.

(B) Care must be exercised to prevent damaging thin-gage items. Anchor-
tooth blasting should be conducted as a quick sweep of the surface, not as a metal
removal procedure.

(C) After the item has been blasted, it shall be cleaned of all grit and dust by
using an air gun and lint-free rags. Additional cleaning can be accomplished with
denatured alcohol.

(D) The cleaned item shall be protected from moisture, contamination and
fingermarks.

(E) Anchor-tooth blast inspection shall be conducted as stated in paragraph
4,5.
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6.7 PREHEAT

Component preheating is required to both free the object of moisture and
orovide a hot surface for the powder to build up thickly when applied. Once
orenheated. the component should be transferred to spray area as quickly and safely as
possible.

6.7.1 Thin-Gage Steel and Aluminum. These components shall be preheated for
at ieast 15 minutes at the cure temperature, unless otherwise specified by powder
manufacturers.

6.7.2 Steel Castings. Steel castings shall be preheated for one hour at the cure
temperature.

6.7.3 Aluminum Castings. Aluminum castings shall be preheated [or half an hour
at the cure temperature,

6.8 ELECTROSTATIC SPRAY POWDER APPLICATION

Powder coating can be done in a one-coat or two-coat process depending on the
type of resin and/or the coating equipment operator. Only personnel familiar with
applying the resin correctly should be permitted to coat actual production items.
Refer to paragraph 2.1 for material requirement specifications.

6.8.1 Receipt. Coating equipment and booth should be immediately operational
upon receipt of preheated item.

6.8.2 Grounding. The components conveying/suspension system must be
electricaily grounded before electrostatic spray gun is operated.

(A) The suspension of parts from a rack or bar in the spray booth
requires: that there be an adequate electrical connection to earth ground; and the point
of contact be kept to a minimum because the contact point will not receive any
powder.

(B) The wire hooks (typical diameter less than 0.13") used on the small
items shall be disposed of after one use.

(C) Large hooks (typical diameter greater than 0.39") shall be checked
for adequate metallic contact and periodically grit blasted.

(D) Areas which are not to be powder coated but have metal inserts or
enough structural integrity to be points of suspension should be utilized.

6.8.3 Powder Coating in a Single Coat Operation. If conditions are such that the
part can be coated with 8 to 12 mils of the desired resin in one coat, than this is the
preferred operation. Conditions allowing this include: components mass (heat
retention), powder formulation, grain size, time between preheat and spraying and
operator skill,
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“AY  Interior areas sharp corners and zdges shall be cogted {irst with the
2lectrastatn voitage set at least half of that used for coating flat surfaces.
3 Apply powder to the smooth or flatter surfaces of the component
atiiizing tnree oriss-cross passes (horizontal-vertical-horizontal) in slow, even stroxes.
ne most cowder shail be delivered on the first pass with the voltage set at its highest.
Due 1o a aessening of electrostatic attraction as thickness increases, it may De
necessary 1o turn down the voltage to prevent the repelling of incoming powcer.
Repailing ~ill result in localized powder clumps on the surface. If powder begins to
T3l 9f7 37 tne item, immediately cease coating that item and check {or clumps.
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.2y Powder clumps should be removed by blowing them off with an air
should then be carefully reccated.
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0} When coating a surface, the gun shall remain on. By continually
~eleasing 'he trigger, an uneven stream of powder is blown towards the part.
Wwhenever first depressing the spray gun trigger, the gun must be pointed away from
the component to Keep from depositing clumps of powder.

‘E}  Once all components are sprayed, they shall be returned to the oven
immediately for complete curing (refer to Section 6.9).

6.8.4 Powder Coating in a Two-Coat Operation. If conditions are such that the
part must e coated with 8 to 12 mils of the desired resin in two coats, then perform
the foilowing:

‘A) Interior areas <harp corners and edges shall be coated first.

‘B)  Apply powder to the smooth or flatter surfaces of the component
Jtilizing trnree criss-cross passes (horizontal-vertical-horizontal) in slow, even strokes.
The most powder shall be delivered on the first pass with the voltage set at its highest.
Due to a lessening of electrostatic attraction as thickness increases, it may be
necessary to turn down the voltage to prevent the repelling of incoming powder.
Repelling will result in localized powder clumps on the surface. If powder begins to
fall off of the item, immediately cease coating that item and check for clumps.

‘C) Powder clumps should be remcved by blowing them off with an air
gun. The area should then be carefully recoated.

‘D) When coating a surface, the gun shall remain on. By continually
releasing the trigger, an uneven stream of powder is blown towards the part.
Wwhenever depressing the spray gun trigger, the gun must be pointed away ‘'om the
component to keep from depositing clumps of powder.

(E) Return sprayed parts to curing oven for 5 minutes to gel the coating.

‘F) Repeat 6.8.4.A-D.

(G) Return components to oven for complete cure (refer to section 6.9).
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6.9 CURING

The coating 5 cured at the temperature specified by the resin manufacturer.
“lanufacturers provide a range of temperatures and time schedules. The operators
should zhoose one that provides a complete cure in 10-20 minutes. Manufacturers'
recommendations for utilizing variations of the standard cure schedules should be
followed for components with complicated geometries. The heat transfer and
retention rates of various areas on a part may cause irregular curing.

6.9.1 Cure Time. The parts should remain in the oven for the complete cure
tinie 1f they are to be single coated or are in the second coat of a two-coat operation,.

6.9.2 Cool Down and Coating Inspection. Upon curing, the parts are removed
from the oven. The coating should be checked for brittleness or completeness of cure
while still hot by tapping it with a metal object, such as a screw driver or putty knife.
Allow the component to cool, then check coating thickness as specified in paragraph
4.6.

6.10 REWORK

Any component noted by the operators or SQCI as not having a satisfactory
coating shall be dealt with according to the following.

6.10.1 Thin Coatings - Components with coating thicknesses below the 8 mil
minimum shall be lightly abrasively blasted in the anchor-tooth blaster to impart a
surface profile into the coating. The part should then be preheated for 15 minutes at
the cure temperature and powder coated once according to Section 6.8.3 or 6.8.4,
whichever the lead powder coating Petty Officer believes is best.

6.10.2 Thick Coatings - Excessively thick coatings must be removed or
reduced by abrasive blasting. The removal of powder coating may be assisted by
baking the part at 450°F for two to three hours, then cooling to ambient temperature
prior to the abrasive blasting. Follow standard procedures beginning at Section 6.7.

6.10.3 Over Baked or Charred Coatings - Complete removal of the coating
is required. Begin the entire process over at Section 6.5.

6.11 FINAL POWDER COATING THICKNESS INSPECTION

The SQCI officially performs this inspection, but the operators responsible for
powder application should be aware of the results. The operators need to be familiar
with any problem areas. Refer to Section 4.6 for inspection procedures.
6.12 FINAL ASSEMBLY

(A) Remove all masking and plugging material.

(B) Prepare the required installation kit (i.e., fasteners, anti-seize, seaiant and
instructions).
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(C)  Properiy protect and package item for temporary stowage 4nic transpert to
custemer shig.

'2y The Shop Petty Officer in charge of production tracking and the SQCI shall
agree 12 linal product release.

(£} Remove metal identification tag, discard and re-attach Ship-to-Shop Tag.

{F; Remove Part 2 of Ship-to-Shop Tag and notify Shop Supervisor that item is
ready {or pickup.

{

Gy when Ship's Force picks up item, complete and attach Parts 1 and 3 of
Ship-to-Shop Tag to Production Control Record.
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SECTION VI

FEEDBACK

7.1 FEEDBACK INDICATIONS
In addition to the daily supervision of production and quality control, the
following "feedbacx"” indications will be used to monitor and maintain/improve the
quality and productivity of the CC Shop:
"A)  Verbal and written reports from customer ships and shops.
(37 Weekly analysis of the CC Shop's:
o) Production input to output
0 Labor and materials consumed
2 PM/CM activity

0 QC activity and results

0 Product degradation/failure reports
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SHIP TO SHOP TAG
me_or___ (GENERAL USE)

SURFGEN QA FORM 9090 4A (1/79)
S N0:16 .F 890 9020 (PART 1)
SmIF
JCN
: b .
Ei1C AP SER NO
)08 BRIEF/EQUIP NOMENCLATURE
EAD woC DATE RECO DELIVERED 8

ATTACKH PART ] AND PART 3 TO COMPLETED WORK REQUEST
AFTER PICK UP BY SHIP

READY FOR PICK UP TAG (PART 2)

SHiP

JCN

EiIC AP SER NO

JOB BRIEF /EQUIP NOMENCLATURE

LEAD w/( REP DATE

. - p - T - - C = e e =
CUSTOMER MATERIAL RECEIPT (PART 3)
SHIP
JCN

v —————————————
JOB BRIEF/EQUIP NOWENCLATURE

RECD BY DATE
BEUVERED BY DATE

et e ———————————e—e— e a—
SHiP S ENGINEER SHALL RETAIN TMIS TAG (PART 3) AS RECEIPY
FOR MATER!AL DILIVERED TO THE TENDER

Enclosure 1
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CORROSION CONTROL SHOP
POWDER COATING
PRODUCTION CONTROL RECORD
Uss
Ship Hull Number
Job Control Number (JCN) Production Control Number
[tem Description Location Deck Frame Side
TYPE COATING: FINISH COLOR:
Epoxy Haze Gray Red
White Black
Other
SECTION | PROCESSSEQUENCE | DATE | TIME SHOP QCISIGNATURE
t. Receipt, Degrease //
y ™ Towne . /
3. Rough Abrasive Blast / 7 _ ///4
4. Anchor-Tooth Abrasive Blast T
1-2 mils
5. Com?onont Pro_hut . Attach
15 min. :::l:m)so mn. Proﬁle Tape
6. owder Spray, Fi
Orv N //
1. Gel 5 min.
8. Powder Spray, Second Coat
e o < /
10. Final Coating Thickness
on all similar items in Work
Order
8-12 mils
1. Final Assembly and Packaging W/////// ///4

Enclosure 2
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